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Independent Testing for Your Products
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Executive Summary

Crazy Aaron’s Puttyworld Date Received: 01/10/2013
Ms. Amanda Cunningham Date Reported: 01/25/2013
201 Sabine Averue, Suite 100

Narberth, PA 19072

WO#: 1301-00854
Product: Super Illusions Thinking Putiy — Super Lava, Super Oil Slick, Super Scarab

ToyTestinglab has completed CPSIA. ASTM F963-11, EN-71 & REACH compliance testing
of this product. The following regulations were applied:

= CPSIA requirements for Total Lead and Phthalates

= ASTM F963-11 Section 4.3.5 — Soluble Heavy Metals analysis

= Flammability Requirements of ASTM F963-11 Section 4.2, Annex A5

= EN 71 Part 3: Migration of Certain Elements*

* EU REACH Regulation 1907/2006 Annex XVII requirements for Total Cadmium
and Phthalates

* EN 71-2:2011: Flammability

*Note: The limits which go into effect in 2013 were applied, however, the product was not aralyzed for
Chromiun: VI or Organic Tin.

ToyTestingLab has determined this product to Pass the requirements for
the above mentioned sections of the regulations.

Certificate of analysis and all testing results are included in the attached report. Should
you have any questions or concerns regarding the testing of this product please contact
ToyTestinglLab at 401-562-1323.

—

N

(_~" Benjamin Mirdnda

Technical Director

Phone: 401.562.1323 * Fax: 401.738.1870

www. ToyTestinglbLab.com
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Independent Testing for Your Products
CERTIFICATE OF ANALYSIS
Crazy Aaron's Puttyworld Date Received:  1/1G/13
201 Sabire Avenue, Suite 100 Date Reported:  1/25/13

Narberth, PA 19072 P.O. #:

Work Order #:  1301-00854
Attn: Ms. Amanda Cunningham

DESCRIPTION:  SUPER ILLUSIONS THINKING PUTTY

Subject sample(s) has/have been analyzed by our Warwick, R.1. laboratory with the attached results.

References: 16 CFR, part 1303, ASTM E 1645, ASTM E 1613, CPSC-CH-E1001-08, CPSC-CH-E1002-08,
CPSC-CH-C1001-09.3, CPSC-CH-E1603-09.1, ASTM F963-11 and EN-71. The specific methodologies are listed
in the methods column of the Certiticate of Analysis.

Data qualifiers (if present) are explained in full at the end of a given sample's analytical results.

The Certificate of Analysis shall not be reproduced except in full, without written approval of ToyTestingLab.
Results relate only to samples submitted to the laboratory for analysis.

Test results are not blank corrected.

CPSC Identification # 1097 and A2LA Number: 2815.01, 2815.02

If you have any questions regarding this work, or if we may be of further assistance, please contact
our customer service department.

We certify that the foll§Wing results are true and accurate to the best of our knowledge:

N\
Benjawfin Miranda k/

Technical Director

enic: Chain of Custody

Phone: 401.562.1323 - Fax: 401.738.1870

www,. ToyTestinglab.com
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ToyTestingLab

A Division of R.1. Aralytical Laboratories, Inc.

CERTIFICATE OF ANALYSIS

Crazy Aaron's Puttyworld

Date Received: 1/10/13

Work Order #: 1301-00854

Sample # 001

SAMPLE DESCRIPTION: SUPER OIL SLICK SUPER ILLUSIGNS PUTTY - 4" TIN

SAMPLE DET. DATE

PARAMETER RESULTS LIMIT  UNITS METHOD ANALYZED
METAL ANALYSIS
Cadmium <42 42 ppm ICP 1721113
Lead <17 17 ppm ICP 121/13
ASTM F963 Soluble Heavy Metals
Antimony <611 61l mg/kg ICP 1721/13
Arsenic <31 31 mg/kg Icp 1/21/13
Barium <(0.61 06l mg/kg ICcp 1/21/13
Cadmium <0.31 0.31 mg/kg ICp 121713
Chromium <18 1.8 mg/kg ICP 1/21/13
Lead <24 24 mg/kg Icp 1721/13
Mercury <0 061 0.061 mg/kg CVAA 1/22/13
Selenium <12 12 me/kg ICP 1/21/13
Toxic Element
Aluminum <6.11 611 mg/kg ICP 1/21/13
Antimony <6.11 611 mg/kg ICP 1721/13
Arsenic <31 31 mg/kg ICP 1721713
Boron 152 6.11 mg/kg ICP 1721713
Barium <0.61 0.61 meg/kg ICP 1/21/13
Cadmium <(.31 0.31 meg/kg ICP 172113
Chromium <1.8 1.8 meg/kg ICP 1721713
Cobalt <611 611 mg/kg Icp 122113
Copper <6.11 6.11 mg/kg Ice 12113
Manganesc <6.11 6.11 mg/kg ICP 1721/13
Lead <24 24 me/kg ICP 1721/13
Mercury <(0.061 0061 mg/kg CVAA 1/22/13
Nickel <12 12 mg/kg ICP 1/21/13
Selenium <12 12 mg/kg ICcp 1/21/13
Strontium <12 1.2 mg/kg ICP 1/22/13
Tin <12 12 me/kg ICP 121713

Zinc <1.2 1.2 me/kg ICP 1/21/13

ANALYST

JRW
JRW

JRW
JRW
JRW
JRW
JRW
JRW
JRW
JRW

JRW
JRW
JRW
JRW
JRW
JRW
JRW
JRW
JRW
JRW
JRW
JRW
IRW
JRW
JRW
JRW
JRW
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TeyTestingLab
A Division of R.1. Analytical Laboratories, Inc.
CERTIFICATE OF ANALYSIS [

Crazy Aaron's Puttyworld ;
Date Received: 1/10/13 ;

Work Order #: 1301-00854 |

Note 1° Sample is in compliance with CPSIA lead limit of 100 ppm
m substrate material effective August 14, 2011

Note 2; Sample is in compliance with the EU REACH Regulation
1907/2006 Annex XVII Item 23 cadmium hmit of 100 ppm

Note 3. Sample is in compliance with the allowable concentrations
of soluble metals in clay-like matenial according to Sectton 4 3 5 of

ASTM F963-11. The limits are as follows:

Soluble Metal  Allowable Concentration mg/kg

Antimony 60
Arsenic 25
Burium 250
Cadmium 50
Chromium 25
Lead 90
Mercury 25
Selenium 500

Note 4 Sample is in comphance with the following EN71 Part 3 himits
of element migration in dry, brittle, powder-like or pliable toy raterials
which go mto effect in 2013:

Toxic Flement  Allowable Concentration mg/kg

Aluminum 5625
Antimony 45
Arsenic 38
Barium 4500
Boron 1200
Cadmium 19
Chromium 375
Cobalt 10.5
Copper 622.5
Lead 135
Manganese 1200
Mercury TS
Nickel 75
Selenium 375
Strontium 4500
Tin 15000
Zinc 3750

Note 5: Sample was not analyzed for Chromium V1 or Orgaric Tin.

The < sign denotes not detected
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ToyTestirgLab

A Division of R.I. Analytical Laboratories, Inc.

CERTIFICATE OF ANALYSIS

Crazy Aaron's Puttyworld

Date Received: 1/16/12

Work Order #; 1301-00854

Sample # 002

SAMPLE DESCRIPTION: SUPER LAVA SUPER ILLUSIONS PUTTY - 4" TIN

SAMPLE DET. DATE

PARAMETER RESULTS LIMIT  UNITS METHOD ANALYZED
METAL ANALYSIS
Cadmium <48 48 ppm ICP 1721713
Lead <19 19 ppm ICP 121713
ASTM F963 Soluble Heavy Metals
Antimony <6.01 6.01 mg/kg ICp 172113
Arsenic <30 30 mg/kg ICP 1/21/13
Birium <060 060 mg/kg ICP 1721713
Cadmium <0.30 030 mg/kg ICP 1/2113
Chromium <1.8 1.8 mg/kg 1cp 172113
Lead <24 24 mg/kg Icp 12113
Mercury <(0.060 0.060 mg/kg CVAA 1122113
Selenium <12 12 mg/kg ICP 1/21/13
Toxic Flement
Aluminum <6.01 6.01 mg/kg ICP 121713
Antimony <6.01 6.01 mg/kg ICp 1/21/13
Arsenic <30 30 mg/kg ICP 1721713
Boron 135 601 mg/kg ICP 1721713
Barium <0.60 0.60 mg/kg ICP 1721713
Cadmium <0.30 030 mg/kg ICp 1/21/13
Chromium <18 18 mg/kg ICP 1721/13
Cobalt <6.01 601 mg/kg ICP 1/21/13
Copper <6.01 601 mg/kg ICp 1/21/13
Manganese <6.01 6.01 mg/kg icp 1/21/13
Lead <24 24 mg/kg Icp 1/21/13
Mercury <0.060 0060 mg/kg CVAA 1/22/13
Nickel <12 1.2 mg/kg ICP 1/21/13
Selenium <12 12 mg/kg ce 1/21/13
Strontium <12 1.2 mg/kg ICP 1/22/13
Tin <12 1.2 mg/kg cpe 172113

Zinc <12 1.2 meg/kg Icp 1/21/13

ANALYST

JRW
JRW

JRW
JRW
JRW
JRW
JRW
JRW
JRW
JRW

JIRW
IRW
IRW
JRW
JIRW
JRW
JRW
JRW
JRW
JRW
JRW
JRW
JRW
JRW
JRW
JRW
JRW
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TeyTestingLab

A Division of R.I. Analytical Laboratories, Irc.

CERTIFICATE CGF ANALYSIS

Crazy Aaror's Puttyworld
Date Received: 1/10/13

Work Order #: 1301-00854

Note 1. Sample 1s n compliance with CPSIA lead limit of 100 ppm
in substrate matenial effective August 14, 2011.

Note 2° Sample is in compliance with the EUJ REACH Regulation
1907/2006 Annex XVII Item 23 cadmium limut of 100 ppm.

Note 3. Sample is in comphance with the allowable concentrations
of soluble metals in clay-like material according to Scction 4 3 5 of

ASTM F963-11 The limits are as follows:

Soluble Metal  Allowable Concentration mg/kg

Antimony 60
Arsenie 25
Banum 250
Cadmium 50
Chromium 25
Lcad 90
Mercury 25
Selenium 500

Note 4. Sample is in compliance with the following EN71 Part 3 limits
of element migration in dry, brittle, powder-like or pliable toy materials
which go into effect in 2013

Toxic Element  Allowable Concentration mg/kg

Aluminum 5625
Antitony 45
Arsenic 38
Barium 4500
Boron 1200
Cadmium 1.9
Chromium 3753
Cobalt 105
Copper 622.5
Lead 13.5
Manganese 1200
Mercury 75
Nickel 75
Selenium 875
Strontium 4500
Tin 15000
Zinc 3750

Note 5 Sample was not analyzed for Chromium V1 or Organic Tin

The < sign denotes not detected
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ToyTestingLab

A Division of R.I. Analytical Laboratories, lnc.

CERTIFICATE OF ANALYSIS

Crazy Aaron's Puttyworld

Date Received: 1/16/13

Work Order #: 1301-00854

Sample # 003

SAMFLE DESCRIPTION: SUPER SCARAB SUPER ILLUSIONS PUTTY - 4" TIN

SAMPLE DET. DATE

PARAMETER RESULTS LIMIT  UNITS METHOD ANALYZED ANALYST
METAL ANALYSIS
Cadmium <4 4 44 ppm 1ICP 1721113 JIRW
Lead <18 18 ppm IGP 17217113 JRW
ASTM 963 Soluble Heavy Metals
Antimony <6.22 6.22 mg/kg ICP 1/21/13 JRW
Arsenic <31 3.1 mg/ke ICP 121713 JIRW
Barium <0.62 0.62 mg/kg ICp 1721713 JRW
Cadmium <0.31 0.31 mg/kg ICP 1/21/13 JIRW
Chromium <19 19 mg/kg ICP 121713 JRW
Lead <25 25 mg/kg ICP 1721713 IRW
Mercury <0.062 0.062 mg/kg CVAA 1722/13 JRW
Selenium <12 12 mg/kg ICP 1721713 JRW
Toxic Element
Alummum <6.22 6.22 mg/kg ICP 1/21/13 JRW
Antimony <622 6.22 mg/kg ICP 1/21/13 JRW
Arsenic <31 31 mg/kg ICP 1721713 JRW
Boron 139 622 mg/kg ICp 121113 JRW
Barium <0.62 062 meg/kg Ice 1/21/13 JRW
Cadmium <0.31 03] mg/kg ICp 121/13 JRW
Chromium <19 1.9 mg/kg ICP 1/21/13 JRW
Cobalt <6.22 6.22 mg/kg ICP 1721/13 JRW
Copper <622 6.22 mg/kg Ice 1721713 JRW
Manganese <622 622 mg/kg Icp 1/21/13 JRW
Lead <2.5 %5 mg/kg 1Cp 1721713 JRW
Mercury <(.062 0.062 mg/kg CVAA 1/22/13 JRW
Nickel <1.2 12 mg/kg ICP 1221713 JIRW
Selenium <]2 12 mg/kg ICP 1/21/13 JRW
Strontium <1.2 12 mg/kg ICp 1/22/13 JRW
Tin <1.2 12 mg/kg ICP 1721713 JRW

Zinc <1.2 12 mg/kg Icp 1121713 JRW
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ToyTestingLab

A Division of R.1. Analytical Laboratories, Ir:c.

CERTIFICATE OF ANALYSIS

Crazy Aaron's Puttyworld
Date Received: 1/10/13

Work Order #: 1301-00854

Note 1. Sample is in comphance with CPSIA lead limit ot 100 ppm
m substrate material effective August 14, 2011

Note 2: Sample ts 10 comphance with the EU REACH Regulation
1907/2006 Annex XVII Item 23 cadmum limit of 10C ppm

Note 3. Sample is in compliance with the zllowable concentrations
of soluble metals in clay-like material according to Section 4 3.5 of’

ASTM F963-11. The limits are as follows

Soluble Mctal  Allowable Concentration mg/kg

Antimony 60
Arsenic 25
Barium 250
Cadmium 50
Chromium 25
Lead 90
Mercury 25
Sclenium 500

Note 4. Sample is in compliance with the following EN71 Part 3 limits
of element migration in dry, bntile, powder-like or phable toy materials
which go into effect 1n 2013:

Toxic Element  Allowable Concentratior: mg/kg

Aluminum 5625
Antimony 45
Arsenic 38
Barium 4500
Boron 1200
Cadmium 19
Chromium 375
Cobalt 10.5
Copper 6225
Lead 13.5
Manganese 1200
Mercury 75
Nickel 75
Selenmum 375
Strontium 4500
Tin 15000
Zinc 3750

Note 5 Sample was not analyzed for Chromium VI or Organic Tin.

The < sign denotes not detected
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ToyTestingLab

A Division of R.I. Analytical Laboratories, Inc.

CERTIFICATE OF ANALYSIS

Crazy Aaror's Puttyworld

Date Received: 1/1G/13

Work Order #: 1301-00854

Sample # 004

SAMPLE DESCRIPTION: GLOSS COATING OVER CMYK PRINT - STICKERS

SAMPLE DET. DGATE

PARAMETER RESULTS LIMIT  UNITS METHOD ANALYZED ANALYST
METAL ANALYSIS
Cadmum <40 40 ppm ICP 1/22/13 JRW
Lead <16 16 ppm ICP 1/22/13 JRW
ASTM F963 Soluble Heavy Metals
Antunmony <235 235 mg/kg ICP 1/21/13 JRW
Arsenic <12 12 mg/ke 1Cp 1/21/13 JRW
Barium <2.4% 24 me/kg ICP 1/21/13 JRW
Cadmium <1.2 12 mg/kg Icp 1/21/13 JRW
Chromium <70 70 mg/kg ICP 1/21/13 JRW
Lead <94 94 mg/kg ICP 1221/13 JRW
Mercury <0.24 0.24 mg/kg CVAA 1/22/13 JRW
Sclenium <47 47 mg/kg ICP 1/21/13 JRW
Toxic Element
Aluminum 291 23.5 mg/kg 1cp 121/13 JRW
Antimony <235 235 mg/kg ICP 1721713 JRW
Arsenic <12 12 mg/kg ICP 1721713 JRW
Boron <23.5 235 mg/kg ICP 121/13 JRW
Barium 2.8 24 mg/kg ICP 1/721/13 JRW
Cadmium <1.2 12 mg/kg ICP 121713 JRW
Chromium <70 70 mg/kg 1ICP 121113 JRW
Cobalt <23.5 235 mg/kg ICP 1721713 JRW
Copper <23.5 238 mg/kg ICP 1/21/13 JRW
Manganese <235 235 mg/kg [Cp 1/21/13 JRW
Lead <94 94 mg/kg ICP 121713 JRW
Mercury <0.24 0.24 mg/kg CVAA 1/22/13 JRW
Nickel <47 47 mg/kg ICP 1/21/13 JRW
Selenium <47 47 mg/kg ICP 1/21/13 JRW
Strontium 88 4.7 me/ke Icp 1/21/13 JRW
Tin 80 47 mg/kg ICP 1/21/13 JRW

Zinc 32 4.7 mg/kg iCP 1121713 JRW



ToyTestingLab

A Division of R.1. Analytical Laboratories, Inic.

CERTIFICATE OF ANALYSIS

Crazy Aaron's Puttyworld
Date Eeceived: 1/10/13

Work Order #: 1301-00854

Note 1° Sample is in compliance with CPSIA lead hmut of 90 ppm in
surface coating material effective August 14, 2009.

Note 2: Sample 1s in compliance with the EU REACH Regulation
1907/2006 Annex XVII [tem 23 cadmium limit of 100 ppm

Note 3: Sample is in compliance with the allowable concentrations
ol soluble metals according to Sectien 4.3.5 of ASTM F963-11. The

hmts are as follows

Soluble Metal ~ Allowable Concentration mg/kg

Antimony 60
Arsenic 25
Barium 250
Cadmium 50
Chromium 25
L.cad 90
Mercury 25
Selenium 500

* Result was adjusted by subtracting the analytical correction
factor prescribed by Scction 8 3.4 3 of the method.

Note 4: Sample is i compliance with the following EN71 Part 3 limits
of element migration in scraped off toy material which go into effect

in 2013

Toxic Element  Allowable Concentration mg/hg

Aluminum 70000
Antimony 560
Arsenic 47
Barium S6000
Boron 15000
Cadmium 23
Chromium 460
Cobalt 130
Copper 7700
Lead 160
Manganese 15000
Mercury 94
Nickel 930
Selenium 460
Strontium 56000
Tin 180000
Zinc 46000

Note 5 Sample was not analyzed for Chromum VI or Organic Tin,

The <sign denotes not detected.

Page 9 of 11
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ToyTestirgLab

A Division cf R.I. Analytical Laboratories, Inc.

CERTIFICATE OF ANALYSIS

Crazy Aaron's Puttyworld

Date Received: 1/10/13

Work Order #: 1301-06854

Sample # 005

SAMPLE DESCRIPTICN: METAL STORAGE CONTAINER COMPONENTS - 4" TIN

SAMPLE DET. DATE

PARAMETER RESULTS LIMIT  UNITS METHOD ANALYZED ANALYST
MFETAL ANALYSIS
Cadmium <43 45 ppm ICP 1/22/13 JRW
Lead <18 18 ppm Icp 1/22/13 JRW

Note 1. Sample is in compliance with CPSIA lead limit of 100 ppm
in substrate matenal effective August 14, 2011

Note 2. Sample is in comphance with the EU REACH Regulation
1907/2006 Annex XVII Ttem 23 cadmium Iimit of 100 ppm.

The < sign denotes not detected.

Sample # 006

SAMPLE DESCRIPTION: ALL COLORED PUTTIES COMPOSITE
SAMPLE DET. DATE

PARAMETER RESULTS LIMIT  UNITS METHOD ANALYZED ANALYST
PHTHALATE ANALYSIS

Bis(2-ethylhexyl)phthalate (DEHP) <0.01 0.01 % GC/MS 1/24/13 TCL
Di-n-butvl phthalate (DBP) <0.01 001 % GC/MS 1/24/13 TG
Butylbenzyl phthalate (BBP) <0.01 0.01 %o GC/MS 1/24/13 TCL
Di-n-octyl phthalate (DNOP) <001 001 Yo GC/MS 1/24/13 TCL
Diisononyl phthalate (DINP) <0.02 0.02 Yo GC/MS 1/24/13 TCL
Diisodecy! phthalate (DIDP) <002 002 % GC/MS 1/24/13 TCL
Di-n-hexyl phthalate (DnHP) <001 0.0t % GC/MS 1/24/13 TCL

* Sample analyzed is a 32 color composite from the Metallic Colors,
Super Nlusions, Primary Colors, Electric Colors, Glow in the Dark.
Hyper Colors, Crystal Clear & Creatures product lines.

Note 1 All Phthalates tested are in compliance with CPSIA limits
of 0.1% effective February 10, 2609.

Note 2: Sample is in compliance with the Phthalate requirements
set forth in Annex XVII Items 51 & 52 of EU REACH Regulation (EC)
No. 1907/2006 which requires <0 1 % by mass

The < sign denotes not detected,
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ToyTestingLab

A Division of R.I. Analytical Laboratories, Inc.

CERTIFICATE GF ANALYSIS

Crazy Aaror's Puttyworld

Date Received: 1/10/13

Work Order #: 1301-00854

Sample # 007

SAMPLE DESCRIPTION: SUPER ILLUSIONS THINKING PUTTY

SAMPLE DET. DATE

PARAMETER RESULTS LIMIT  UNITS METHOD ANALYZED ANALYST
Flammabihty DNS ASTM F963-11 A5 1/24/13 BMM
Flammability DNS ENT71 Part 2 1/24/13 BMM

Note 1: DNS = Docs not sustain flame

Note 2: Sample is in compliance with the bum rate hmit of 0.1 in/s
established by Section 4.2 and Annex A5 of ASTM F963-11

Note 3: Sample meets the requirements of EN71 Part 2. Flammabilrty,
as 1t was not found to be a highly {lammable solid



ToyTestinglab
A Division of R.I. Analytical Laboratories, Inc.
CERTIFICATE OF ANALYSIS

»
Client: Crazy Aaron's Puttyworld g /—j/
Work Order No. 1301-00854 Approved by: ~

Date Received: 1/10/13 (/ ToyTest‘tngLab

Product: SUPER ILLUSIONS THINKING PUTTY

o

VIR d2ms oul!




e e e

Laf oo -1l

JON JADI0I0M

AYug asp gy
[ (shep ssaweng) sy
22uoyaums 21qessod SAEP SSAUBAY C
wodoyTiving [ [ reawon X co /)
R R W
Em:mcmcczo BpUBWY "SI :uowuiag wewo)
EOO.U:O?%—PDQ@GUCME( :SS20ppE ey X GP82 826998 ouoydaelL
X0 oureg  suoyg epuellly 04 woday ¢l061 vd .Ltwnhmz iz s ams £ 4D
LRGN 'Od 00| 81INS ‘snusAy auUIqeS |0g  ssappy
Anndg Bupjuiy g suoisnyf1edng  ourep malog mani Aoedwoyy

s,uoley Aze1)

ER

promAung

sjuawainbas Bunsey Jo 1s1| ay19ads 10§ uaneionb o} 1ol sseald .

X[ X|X|X| X |X|X|X|X Aund QCEE._..—..—. M:..O.w::-._mn:w:
Bl ElE]l =2l=lal 2lal » RETIT , 0L61-8EL-10F Xed
EIZ|EIS| B RIS &3] 3 TIoquIny JapPPeL],
a2 8|2 ElZ|E| 2lE| & SN €2€1-29G-T0F “121
Z | = £ m. AEIFELE 2 IBQUIRN RTINS 9eg70 [H NOIAIRM
al= -~ x| = bl '
m. S nm “ m = W« @ W 2 AIPYnuejy Joajeg  °NUIAY SIOUT] [§
cle|E|2| 3|18 w|E| & TSROIPD
5| 8|7 “l B >l £ 5| & ‘paximbay uoneoLioju] Poposg o onPPY JUHIEW
SHHEEHHEE R 5 Bl
Eles|B|B| S|E|E]| 7
FlE|ls S| FIE|E| =
B|<| &8 B s
. E A 3
] i
& 2 =
&




