TTL LABORATORIES

Independent Testing for Your Products
A DIVISION OF RI ANALYTICAL

Executive Summary

Crazy Aaron’s Puttyworld Date Received: 08/14/2015
Ms. Amanda Cunningham Date Reported: 08/27/2015
201 Sabine Avenue, Suite 100

Narberth, PA 19072

WO#: 1508-17299 Product: Mixed by Me Thinking Putty Kit
Labeled Age Grade: 8+ UPC No: 019962196454
Tested Age Grade: 8+ Tracking: 20150624

TTL Laboratories has completed ASTM F963 compliance testing of this product. The following
sections of ASTM F963-11 Physical & Mechanical testing were assessed:

4.1 Material Quality, 4.2 Flammability, 4.6 Small Objects, 4.7 Accessible Edges,
4.9 Accessible Points, 4.12 Plastic Film, 5.2 Age Grading Labeling and 7 Producer’s
Markings

Foreign Origin 19 CFR 134 labeling requirements were also applied. Product components
were also tested in accordance with the CPSIA requirements for Lead content.

TTL Laboratories has determined this product to Pass the requirements
for the above mentioned sections of the regulations.

Certificate of analysis and all testing results are included in the attached report. Should
you have any questions or concerns regarding the testing of this product, please contact
TTL Laboratories at 401-562-1360.

Benjamin Mirarh!a
Technical Director

inoi Phone: 401.737.8500 x136
o A Fax: 401.732.8034

Warwick, RI 02888 www.TTL-Labs.com




TTL LABORATORIES

Independent Testing for Your Products Page 1 of 7
A DIVISION OF RARI ANALYTICAL

CERTIFICATE OF ANALYSIS

Crazy Aaron's Puttyworld Date Received: 8/14/15
201 Sabine Avenue, Suite 100 Date Reported: 8/27/15
Narberth, PA 19072 P.O. #:

) Work Order #: 1508-17299
Attn: Ms. Amanda Cunningham

DESCRIPTION: MIXED BY ME THINKING PUTTY KIT

Subject sample(s) has/have been analyzed by our Warwick, R.1. laboratory with the attached results.

References: 16 CFR, part 1303, ASTM E 1645, ASTM E 1613, CPSC-CH-E1001-08, CPSC-CH-E1002-08,
CPSC-CH-C1001-09.3, CPSC-CH-E1003-09.1, ASTM F963-11 and EN-71. The specific methodologies are listed
in the methods column of the Certificate of Analysis.

Data qualifiers (if present) are explained in full at the end of a given sample's analytical results.

The Certificate of Analysis shall not be reproduced except in full, without written approval of TTL Laboratories.
Results relate only to samples submitted to the laboratory for analysis.

Test results are not blank corrected.

CPSC Identification # 1097 and A2LLA Number: 2815.01, 2815.02

If you have any questions regarding this work, or if we may be of further assistance, please contact
our customer service -g;-artment.

results are true and accurate to the best of our knowledge:

Fenjgmin Miranda
elinical Director

\

enc: Chain of Custody

41 Illlinois Ave. Phone: 401.737.8500 x136

Warwick, RI 02888 www.TTL-Labs.com Fax: 401.732.8034




TTL Laboratories

A Division of R.I. Analytical Laboratories, Inc.

Page 2 of 7

CERTIFICATE OF ANALYSIS
Crazy Aaron's Puttyworld
Date Received: 8/14/15
Work Order #: 1508-17299
Sample# 001
SAMPLE DESCRIPTION: CARD MAT: MULTI COLORED COATING
SAMPLE DET. DATE
PARAMETER RESULTS LIMIT UNITS METHOD ANALYZED  ANALYST
METAL ANALYSIS
Cadmium <4.5 4.5 ppm ICP 8/21/15 JRW
Lead <18 18 ppm ICcP 8/21/15 JRW
Note 1: Sample is in compliance with the CPSIA limit of 90 ppm for
lead in surface coating materials effective August 14, 2009.
Note 2: There are currently no published federal standards in the
United States which regulate total cadmium in this type of product,
however, several states have established laws which limit total or
soluble cadmium content.
The < sign denotes not detected.
Sample # 002
SAMPLE DESCRIPTION: PRINTED PAPER STICKER
SAMPLE DET. DATE
PARAMETER RESULTS LIMIT UNITS METHOD ANALYZED  ANALYST
METAL ANALYSIS
Cadmium <4.4 44 ppm ICP 8/21/15 JRW
Lead <18 18 ppm ICP 8/21/15 JRW

Note 1: Sample is in compliance with the CPSIA limit of 100 ppm
of lead in substrate materials effective August 14, 2011.

Note 2: There are currently no published federal standards in the
United States which regulate total cadmium in this type of product,
however, several states have established laws which limit total or
soluble cadmium content.

The < sign denotes not detected.



TTL Laboratories
A Division of R.I. Analytical Laboratories, Inc.

CERTIFICATE OF ANALYSIS

Crazy Aaron's Puttyworld
DatgyReceived: y\év/ 14/15

Work Order #: 1508-17299

Page 3 of 7

Sample # 003
SAMPLE DESCRIPTION: MULTI COLORED COATING

SAMPLE DET. DATE
PARAMETER RESULTS LIMIT UNITS METHOD ANALYZED  ANALYST
METAL ANALYSIS
Cadmium <3.8 38 ppm ICP 8/21/15 JRW
Lead <15 15 Ppm ICP 8/21/15 JRW
Note 1: Sample is in compliance with the CPSIA limit of 90 ppm for
lead in surface coating materials effective August 14, 2009.
Note 2: There are currently no published federal standards in the
United States which regulate total cadmium in this type of product,
however, several states have established laws which limit total or
soluble cadmium content.
The < sign denotes not detected.
Sample # 004
SAMPLE DESCRIPTION: CLEAR PUTTY/WHITE PUTTY / RED PUTTY
SAMPLE DET. DATE
PARAMETER RESULTS LIMIT UNITS METHOD ANALYZED  ANALYST
METAL ANALYSIS
Cadmium <4.6 4.6 ppm ICP 8/21/15 JRW
Lead <18 18 ppm ICP 8/21/15 JRW

Note 1: Sample is in compliance with the CPSIA limit of 100 ppm
of lead in substrate materials effective Augqst 14, 2011.

Note 2: There are currently no published federal standards in the
United States which regulate total cadmium in this type of product,
however, several states have established laws which limit total or
soluble cadmium content.

The < sign denotes not detected.



TTL Laboratories

A Division of R.I. Analytical Laboratories, Inc.

CERTIFICATE OF ANALYSIS

Crazy Aaron's Puttyworld
DazgyReceived: y‘2’3‘,/14/ 15

Work Order #: 1508-17299

Page 4 of 7

Sample # 005
SAMPLE DESCRIPTION: BLUE PUTTY/YELLOW PUTTY

SAMPLE DET. DATE
PARAMETER RESULTS LIMIT UNITS METHOD ANALYZED  ANALYST
METAL ANALYSIS
Cadmium <47 4.7 ppm ICp 8/21/15 JRW
Lead <19 19 ppm ICP 8/21/15 JRW
Note 1: Sample is in compliance with the CPSIA limit of 100 ppm
of lead in substrate materials effective August 14, 2011.
Note 2: There are currently no published federal standards in the
United States which regulate total cadmium in this type of product,
however, several states have established laws which limit total or
soluble cadmium content.
The < sign denotes not detected.
Sample # 006
SAMPLE DESCRIPTION: GLOW IN THE DARK PUTTY / MULTI COLORED GLITTER PUTTY
SAMPLE DET. DATE
PARAMETER RESULTS LIMIT UNITS METHOD ANALYZED  ANALYST
METAL ANALYSIS
Cadmium <4.6 4.6 ppm ICP 8/21/15 JRW
Lead <19 19 ppm ICP 8/21/15 JRW

Note 1: Sample is in compliance with the CPSIA limit of 100 ppm
of lead in substrate materials effective August 14, 2011.

Note 2: There are currently no published federal standards in the
United States which regulate total cadmium in this type of product,
however, several states have established laws which limit total or
soluble cadmium content.

The < sign denotes not detected.



TTL Laboratories
A Division of R.I. Analytical Laboratories, Inc.

CERTIFICATE OF ANALYSIS

Page S of 7

Crazy Aaron's Puttyworld

Date Received: 8/14/15

Work Order #: 1508-17299

Sample # 007

SAMPLE DESCRIPTION: COLORED PENCILS: NAVY / BLUE / GREEN LEAD

SAMPLE DET. DATE

PARAMETER RESULTS LIMIT UNITS METHOD ANALYZED  ANALYST
METAL ANALYSIS -
Cadmium <4.9 4.9 ppm ICP 8/21/15 JRW
Lead <19 19 ppm ICP 8/21/15 JRW
Note 1: Sample is in compliance with the CPSIA limit of 100 ppm
of lead in substrate materials effective August 14, 2011.
Note 2: There are currently no published federal standards in the
United States which regulate total cadmium in this type of product,
however, several states have established laws which limit total or
soluble cadmium content.
The < sign denotes not detected.

Sample # 008

SAMPLE DESCRIPTION: COLORED PENCILS: YELLOW / PINK / RED LEAD

SAMPLE DET. DATE

PARAMETER RESULTS LIMIT UNITS METHOD ANALYZED  ANALYST
METAL ANALYSIS
Cadmium <4.9 49 ppm ICP 8/21/15 JRW
Lead <20 20 ppm ICP 8/21/15 JRW

Note 1: Sample is in compliance with the CPSIA limit of 100 ppm
of lead in substrate materials effective August 14, 2011.

Note 2: There are currently no published federal standards in the
United States which regulate total cadmium in this type of product,
however, several states have established laws which limit total or
soluble cadmium content.

The < sign denotes not detected.
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TTL Laberatories
A Division of R.I. Analytical Laboratories, Inc.

CERTIFICATE OF ANALYSIS
Crazy Aaron's Puttyworld
Date Received: 8/14/15
Work Order #: 1508-17299
Sample # 009

SAMPLE DESCRIPTION: COLORED PENCILS BARREL: NAVY / BLUE / YELLOW COATING

SAMPLE DET. DATE
PARAMETER RESULTS LIMIT UNITS METHOD ANALYZED  ANALYST
METAL ANALYSIS
Cadmium <3.8 38 ppm ICP 5/1/15 JRW
Lead <15 15 ppm ICP 5/1/15 JRW

* Sample was originally analzed on Work Order #1504-08499-1.

Note 1: Sample is in compliance with the CPSIA limit of 90 ppm for
lead in surface coating materials effective August 14, 2009,

Note 2: There are currently no published federal standards in the
United States which regulate total cadmium in this type of product,
however, several states have established laws which limit total or
soluble cadmium content.

The < sign denotes not detected.

Sample # 010
SAMPLE DESCRIPTION: COLORED PENCILS BARREL: PINK / RED / GREEN COATING

SAMPLE DET. DATE
PARAMETER RESULTS LIMIT UNITS METHOD ANALYZED  ANALYST
METAL ANALYSIS
Cadmium <4.5 4.5 ppm ICP 5/1/15 JRW
Lead <18 18 ppm ICP 5/1/15 IRW

* Sample was originally analzed on Work Order #1504-08499-2.

Note 1: Sample is in compliance with the CPSIA limit of 90 ppm for
lead in surface coating materials effective August 14, 2009.

Note 2: There are currently no published federal standards in the
United States which regulate total cadmium in this type of product,
however, several states have established laws which limit total or
soluble cadmium content.

The < sign denotes not detected.
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TTL Laboratories
A Division of R.I. Analytical Laboratories, Inc.

CERTIFICATE OF ANALYSIS

Crazy Aaron's Puttyworld
Date Received: 8/14/15

Work Order #: 1508-17299

Sample # 011
SAMPLE DESCRIPTION: COLOR CONCENTRATES AND SPECIAL EFFECTS PUTTY TIN

SAMPLE DET. DATE
PARAMETER RESULTS LIMIT UNITS METHOD ANALYZED  ANALYST
METAL ANALYSIS
Cadmium 10 48 ppm ICP 8/21/15 JRW
Lead <19 19 ppm ICP 8/21/15 JRW
Note 1: Sample is in compliance with the CPSIA limit of 100 ppm
of lead in substrate materials effective August 14, 2011.
Note 2: There are currently no published federal standards in the
United States which regulate total cadmium in this type of product,
however, several states have established laws which limit total or
soluble cadmium content.
The < sign denotes not detected.
Sample # 012
SAMPLE DESCRIPTION: THINKING PUTTY
SAMPLE DET. DATE
PARAMETER RESULTS LIMIT UNITS METHOD ANALYZED  ANALYST
Flammability <0.1 inches/sec ASTM F963-11 A5 8/24/15 BMM
Sample # 013
SAMPLE DESCRIPTION: PHYSICAL/MECHANICAL
SAMPLE DET. DATE
PARAMETER RESULTS LIMIT UNITS METHOD ANALYZED  ANALYST
ASTM F963-11 '
Physical & Mechanical Testing See Attached ASTM F963-11 8/25/15 LST



TTL Laboratories
A Division of R.I. Analytical Laboratories, Inc.

CERTIFICATE OF ANALYSIS
Client: Crazy Aaron’s Puttyworld
Work Order No. 1508-17299 Approved by:_r__“g —
Date Received: 08/14/2015 u TL Laborato¥ es

Product: Mixed by Me Thinking Putty Kit

Labeled Age Grade: 8+ Sample Size: 10
Tested Age Grade: 8+ Country of Origin: USA
UPC No: 019962196454 Tracking: 20150624

Physical and Mechanical Testing - ASTM F963-11

Section.Scope Result
4.1 Material Quality Pass

Product was manufactured of clean materials and is visually free from infestation.

4.2 Flammability Pass
Flammability testing was performed in accordance with Annex A5 of ASTM F963-11.
Refer to the attached report for actual burn rate results.

4.3 Toxicology* NA
Soluble Metals analysis, as referenced in ASTM F963-11 Section 4.3.5, was not performed.
4.4 Electrical/Thermal Energy NA
4.5 Sound Producing NA
4.6 Small Objects Pass

Small Object testing was conducted according to ASTM F963-11 Section 4.6. The product is in
compliance with this section of the regulation, as it is intended for children eight years of age
and older.

4.7  Accessible Edges Exempt
Accessible Edge testing was performed in accordance with ASTM F963-11 Section 4.7. The
product is considered exempt from this section of the regulation, as it is not intended for children
under 8 years of age. Additionally, no hazardous sharp edges or burrs were detected.

4.8 Projections NA

4.9 Accessible Points Exempt
Accessible Point testing was performed in accordance with ASTM F963-11 Section 4.7. The
product is considered exempt from this section of the regulation, as it is not intended for children
under 8 years of age. Additionally, no potentially hazardous sharp points were detected.

4.10 Wires or Rods NA

Page 1 of 4



TTL Laboratories
A Division of R.1. Analytical Laboratories, Inc.

CERTIFICATE OF ANALYSIS

Client: Crazy Aaron’s Puttyworld
Work Order No. 1508-17299
Date Received: 08/14/2015

Approved by:

TLI‘&FEra!nﬁes

Product: Mixed by Me Thinking Putty Kit

4.11
4.12

4.13
4.14
4.15
4.16
4.17
4.18

4.19
4.20
4.21
4.22
4.23
4.24
4.25
4.26

4.27
4.28
4.29
4.30
4.31
4.32
4.33

Physical and Mechanical Testing — ASTM F963-11 (cont’d)

Nails and Fasteners
Plastic Film

Plastic Film assessments were made in accordance with ASTM F963-11 Section 4.12. Th
film bags containing the colored pencils, color concentrated putties and special effects putties are
exempt according to Section 4.12.2 of ASTM F963-11, as their minor dimensions are less than 3.94

inches in length.

Folding Mechanisms
Cords, Straps, and Elastics
Stability and Overload Requirements
Confined Spaces
Wheels, Tires, and Axles
Holes, Clearance,

and Accessibility of Mechanisms
Simulated Protection Devices
Pacifiers
Projectile Toys
Teethers and Teething Toys
Rattles
Squeeze Toys
Battery Operated Toys
Toys Intended to be Attached to

a Crib or Playpen
Stuffed and Beanbag Type Toys
Stroller and Carriage Toys
Art Materials
Toy Gun Marking
Balloons
Certain Toys with Nearly Spherical Ends
Marbles

NA

Exempt
e plastic

NA
NA
NA
NA
NA
NA

NA
NA
NA
NA
NA
NA
NA
NA

NA
NA
NA
NA
NA
NA
NA

Page 2 of 4



TTL Laboratories
A Division of R.I. Analytical Laboratories, Inc.

CERTIFICATE OF ANALYSIS

Client: Crazy Aaron’s Puttyworld
Work Order No. 1508-17299 Approved by: -
Date Received: 08/14/2015 UTL Laboratories

Product: Mixed by Me Thinking Putty Kit

Physical and Mechanical Testing — ASTM F963-11 (cont’d)

4.34 Balls NA
4.35 Pompoms NA
4.36 Hemispheric Shaped Objects NA
4.37 Yo Yo Elastic Tether Toys NA
4.38 Magnets : NA
4.39 Jaw Entrapment in Handles and NA
Steering Wheels
5.2 Age Grading Labeling Pass
The storage box displays an age grade indicating the product is intended for ages “8+”.
5.3 Safety Labeling NA
7 Producer’s Markings Pass

The product labeling is in compliance with Section 7.1 of ASTM F963-11 which indicates that
the name and address of the producer or distributor of a product must be listed on a principal
component or on the packaging. The information is listed on the bottom panel of the outer packaging.

NA = Not Applicable

*In regards to ASTM F963-11 Section 4.3.1 Hazardous Substance requirements, the lab does not make determinations on
whether a product is “irritant, radioactive, sensitizer, pressure generating, and/or corrosive”. The lab will perform soluble
metals analysis, phthalate analysis, lead analysis, as well as testing in accordance with the Pennsylvania Stuffed Toy
Regulations Title 34, Section 47.317 when applicable.

Page 3 of 4



TTL Laboratories
A Division of R.I. Analytical Laboratories, Inc.

CERTIFICATE OF ANALYSIS

Client: Crazy Aaron’s Puttyworld
Work Order No. 1508-17299 Approvedby: B
Date Received: 08/14/2015

3=
oratories

Product: Mixed by Me Thinking Putty Kit

Supplemental Regulations

CFR: Foreign Origin Pass

According to 19 CFR 134, products of foreign origin must be marked legibly and permanently
with the country of origin and name of the ultimate producer. This product was produced in
the USA and is labeled as such.

CPSIA Section 103: Tracking Labels Required

The Consumer Product Safety Improvement Act of 2008 Section 103(a) requires that products
and their packaging display permanent distinguishing marks in the form of a tracking label which
would aid in identifying the location of manufacture, production date, batch, and lot information
of a product for facilitating recalls involving children’s products. The regulation, which applies
to all products manufactured after August 14, 2009, also states that the label must be present on
the product (or principal component) and the packaging to the extent practicable. “Permanent”
refers to not being able to be removed by use and abuse testing performed in accordance with
ASTM F963. The information need not all be placed together in one specific location, however.
The following information must appear:

The manufacturer or private labeler name (ultimate producer)

Location of Production — specific location of manufacture - can be coded

Date of Production — can be coded

Cohort Information — batch or run number or other identifying characteristics such

as a model or item number, if applicable. This information can also be coded, provided
the manufacturer is able to use the number to trace back to the materials used in the
manufacturing process.

The mixing mat currently displays tracking information. In order to satisfy this requirement,
the information must also be included on the outer packaging included with the product.

Page 4 of 4



TTL Laboratories
A Division of R.I. Analytical Laboratories, Inc.

CERTIFICATE OF ANALYSIS

Client: Crazy Aaron's Puttyworld
Work Order No. 1508-17299 Approved by:
Date Received: 8/14/15

Product: MIXED BY ME THINKING PUTTY KIT
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TTL LABORATORIES .
1 e st SRR o R Chain of Custody Record

Thursday, August 13, 2015
QM

Cra Aaron’s Puorld Contact Name: Ms Amanda Cunmngham :

: Client Nae:

Client Address: 201 Sabine Avenue, Suite 100 Phone: 866.578.2845
City, State: Narberth, PA Fax:
Zip/Postal Code: 19072 Email Amanda@puttyworld.com

Additional Emails:

rnl:lute '
SKU/tem # Manufacture Date:
Age Grade: Tracking Info:

" Representative: Phiip Kafr Office; 401-737-8500 ex136

Street Address: 41 lllinois Avenue Mobile: 401-243-7597
City, State: Warwick, RI Fax: 401-732-8034
Zip/Postal Code: 02888 Email: pkalf@tti-labs.com

Crazy Aaron' Puttyworld

" Bill To:

Biling Contact: Ms. Amanda Cunningham Phone: 866.578.2845
Billing Address: 201 Sabine Avenue, Suite 100 Fax
City, State: Narberth, PA Email: Amanda@puttyworld.com
Zip/Postal Code: 19072 PO:

. Trn-m:l: V" 7—38 Business Days
Quote Valid Untik 10/12/2015 S PE Bad-S

Comments:

Important Sample Handling Information

- All samples are disposed of 45 days after the final report is issued unless TTL Laboratories is contacted
to make alternate arrangements.
~ Please refer to the "Analytical Services Quotation” for specific testing details.

By Signing the "Relinquished By" Section of the C of Custody Record, | hereby authorize TTL Laboratories to

begin the analysis outl;ped in the Analytical Serv &otanon below.
A ) (‘i".,, -
Relinquished By: H(xr, - ‘\{ 'M %i / / \\\ Date: ’ff e g Time: {0 =t p e
- ! F ,II - X T
| s N . |
Received By: D) \'\ o oA i Date i S Time: \O”. (¢ §

Lab UseOnly-WO# |s0¢% - 11255




TTL LABORATORIES

Independent Testing for Your Products Page 1 of 2
A DIVISION OF RI ANALYTICAL

CERTIFICATE OF ANALYSIS
Crazy Aaron's Puttyworld Date Received:  8/14/2015
Attn:  Ms. Amanda Cunningham Date Reported:  8/27/2015
201 Sabine Avenue, Suite 100 P.O. #:
Narberth, PA 19072 Work Order #:  1508-17318

DESCRIPTION: MIXED BY ME THINKING PUTTY KIT

Subject sample(s) has/have been analyzed by a subcontracted laboratory, Insight Laboratories with the attached
results.

Reference: All parameters were analyzed by approved methodologies. The specific
methodologies are listed in the methods column of the Certificate of Analysis.

Data qualifiers (if present) are explained in full at the end of a given sample's analytical results.

The Certificate of Analysis shall not be reproduced except in full, without written approval of TTL Laboratories.
Results relate only to samples submitted to the laboratory for analysis.

Test results are not blank corrected.

CPSC Identification # 1097 and A2I.A Number: 2815.01, 2815.02

If you have any questions regarding this work, or if we may be of further assistance, please contact us.

Approved by:

enc: Chain of Custody

41 lllinois Ave. Phone: 401.737.8500 x136

Warwick, Rl 02888 www.TTL-Labs.com Fax: 401.732.80349
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TTL Laboratories

A Division of R.1. Analytical Laboratories, Inc.

CERTIFICATE OF ANALYSIS

Crazy Aaron's Puttyworld

Date Received: 8/14/2015

Work Order #: 1508-17318

Sample # 001

SAMPLE DESCRIPTION: MIXED BY ME THINKING PUTTY KIT

SAMPLE DATE/TIME:
SAMPLE DET. DATE

PARAMETER RESULTS LIMIT UNITS METHOD ANALYZED ANALYST
Compliance Testing & 8/26/2015 *IL

* Refer to the attached report furnished by Insight Laboratories.



Project Number: H-2015-08-12-08
Client Contact Information
Client:

Address:

Contact Person:
Phone:
Fax:

Email:

Product Information

Product Name:
Product Code / ISBN / SKU / Style #:

Current Status:

Product Description:

Country of Sale:

Age Grade:

Country of Origin:

Re-test Status:

Change(s) made after the original test:

Remark(s):

Test Report

Date Issued: August-26-2015

TTL Laboratories

41 lllinois Avenue
Warwick, RI
028895

United States

Ben Miranda

401.562.1333

Bmiranda@ttl-labs.com

Mixed By Me Thinking Putty Kit
PKO001

Final Production

USA, Europe
Ages 8+
USA

No

NA

1) Tests as per client's request.

2) Client requested to omit labelling assessment.

Insight Laboratories (S} Pte Ltd

29 Tai Seng Ave, #06-06, NCL Hub, Singapore 534119

P +65 6283 9929 F: +656283 7440

AT-1391

Page 1 of 56
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LABORATORIES
Project Number: H-2015-08-12-08

Sample Descriptions

Sample Received
Mixed By Me Thinking Putty Kit

Create your oWh
cottom eolort!

\‘*‘\‘w%’"
4 & LR

Test Report =S
redy g AT-1391

Date Issued: August-26-2015

Quantity Received Date Received

9 August 17, 2015

Mixed By Me Thinking Putty Kit

" W i g ol .
Taldjwnd Sy g st by N L it 2T x?ig!; _,;_J,-_»_hﬂ
1ot b s i VY DT I N TR S R 3

Thpa g et gy el

Insight Laboratories {S) Pte Ltd

29 Tai Seng Ave, #06-06, NCL Hub, Singapore 534119
P: +65 6283 9929 F: +65 6283 7440

Page 2 of 56
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AT-1391

Project Number: H-2015-08-12-08 Date Issued: August-26-2015

Test Results Summary

Regulation Result Number of Tests Page

BS EN 71-1.2014 Physical and Mechanical Requirements PATS 8

BS EN 71-2:2011+A1:2014 Flammability — 1 7

BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - i 1 45-5
Migration of Certain Elements - Category 3

N
&)

BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - PASS 13 32-44
Migration of Certain Elements - Category 1

)
==

CA Prop 65 Phthalates Based on CA Prop 65 Settlement . 10
BG07350969, RG08378050

(EC) No 1907/2006 Annex XVII, Entries 51 & 52 10 12-15
ASTM F963-11 Clause 4.3.5 Heavy Elements PAS 23 26 - 31

CPSIA 2008 Section 108 Prohibition on Sale of Certain PASS 10 16 -19
Products Containing Specified Phthalates

Authorization

i «.{%f
i

Edmund Yap

Laboratory Manager

Insight Laboratories (S) Pte Ltd Page 3 of 56

29 Tai Seng Ave, #06-06, NCL Hub, Singapore 534119
P: +65 6283 9929 F. +65 6283 7440
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S Test Report

AT-1391

Project Number: H-2015-08-12-08 Date Issued: August-26-2015

Component Breakdown List

Component ID Description
AAB8720 Card mat: Multicolored coating
AAB8721 Printed paper sticker
AAB8722 Multi colored coating {color concentrates and special effects putty tin)
AA88723 Clear putty (tin)
AAB8724 White puity (special effects)
AA88725 Red putty (concentrated)
AA88726 Blue putty (concentrated)
AABB727 Yellow putty (concentrated)
AAB8728 Glow in the dark putty (special effects)
AAB8729 Multi colored glittered putty (special effects)
AAB8730 Colored pencils: Wood excluding coating (barret)
AA88731 Colored pencils: Dark blue lead
AABB732 Colored pencils: Blue lead
AA88733 Colored pencils: Green lead
AAB8734 Colored pencils: Yellow lead
AAB8735 Colored pencils: Pink lead
AA88736 Colored pencils barre! : Dark blue coating
Insight Laboratories {S) Pte Ltd - P;ge_4 of_56

29 Tai Seng Ave, #06-06, NCL Hub, Singapore 534119
P: +65 6283 9929 F: +65 6283 7440
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Project Number:

H-2015-08-12-08

Component ID

AA88737

AAB8738

AA88739

AA88740

AA88741

AAB8742

AA88743

AA88744

AA88745

AA88746

AA88747

AAB8748

AAB8749

AA88753

ANAB

FE=MRA
Test Report
AT-1391
Date Issued: August-26-2015
Description

Colored pencils barrel : Blue coating

Colored pencils barrel : Green coating

Colored pencils barrel : Yellow coating

Colored pencils barrel : Pink coating

Colored pencils barrel : Red coating

Clear putty (tin)/ White putty (special effects)/ Red putty (concentrate)

Blue putty (concentrated)/ Yellow putty (concentrated)

Glow in the dark putty (special effects)/ Multi colored glittered putty (special
effects)

Colored pencils: Dark blue/ Blue/ Green lead

Colored pencils:Yellow/ Pink/ Red lead

Colored pencils barrel: Dark blue/ Blue/ Green coating

Colored pencils barrel: Yellow/ Pink/ Red coating

Card mat: White art card

Colored pencils: Red lead

Insight Laboratories (S) Pte Ltd

29 Tai Seng Ave, #06-06, NCL Hub, Singapore 534119

P: +65 6283 9929

F: +65 6283 7440
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Insight Laboratories (S) Pte Ltd
29 Tai Seng Ave, #06-06, NCL Hub, Singapore 534119

P: +65 6283 9929

F:+65 6283 7440
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Project Number: H-2015-08-12-08

Test Results

Test Report

AT-13H1

Date Issued: August-26-2015

Physical and Mechanical Tests BS EN 71-1:2014 Clause Conclusion
Drop Test 8.5 PASS
impact Test 8.7 PASS
Material Cleanliness 41 PASS
Sharpness of edges 8.11 PASS
Sharpness of points 8.12 PASS
Small Parts Cylinder 8.2 PASS
Tension Test 84 PASS
Torque Test 8.3 PASS
Physical and Mechanical Tests Conclusion
Flammability EN71-2:2011+A1:2014 e
Page 7 of 56

Insight Laboratories (S) Pte Ltd

29 Tai Seng Ave, #06-06, NCL Hub, Singapore 534119
P: +65 6283 9929 F: +65 6283 7440
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Test Report

Project Number: H-2015-08-12-08 Date Issued:
CA Prop 65 Phthalates Based on CA Prop 63 Settlement BG07350969, RG08378050

Test Method:
CPSC-CH-C1001-09 Standard Oyeratiny; Procedure for Determination of Phthalates usin, GC-MS

A

AT-1391

August-26-2015

Component ID Element Limit (mg/kg) Result (mg/kg) Conclusion
AA88720 BBP <=1000 ND \SS
DBP <=1000 ND
DEHP <=1000 ND
DIDP <=1000 ND
DINP <=1000 ND
DnHP <=1000 ND ~
AABBT721 BBP <=1000 ND P
DBP <=1000 ND ASS
DEHP <=1000 ND PA
DIDP <=1000 ND ASS
DINP <=1000 ND
DnHP <=1000 ND F
AABBT22 BBP <=1000 ND ASS
DBP <=1000 ND
DEHP <=1000 ND =
DIbP <=1000 ND 13
DINP <=1000 ND
DnHP <=1000 ND
- Page 8 of 56

Insight Laboratories (S} Pte Ltd

29 Tai Seng Ave, #06-06, NCL Hub, Singapore 534119
P: +65 6283 992¢ F: +65 6283 7440




Project Number:

CA Prop 65 Phthalates Based on CA Prop 65 Settlement BG07350969, RG08378050

Test Method:

CPSC-CH-C1001-09 Standard Oy.eratin., Procedure for Determination of Phthalates usini; GC-MS

H-2015-08-12-08

Test Report

Date Issued:

BAG=MRA

ar'an

AT-1391

August-26-2015

Component ID Element Limit (mg/kg) Result (mg/kg) Conclusion
AABB742 BBP <=1000 ND PASS
DBP <=1000 114

DEHP <=1000 ND ASS
DIDP <=1000 ND PASS
DINP <=1000 ND PASS
DnHP <=1000 ND rAR
AAB8743 BBP <=1000 ND PASS
DBP <=1000 ND PASS
DEHP <=1000 ND PASS
DiDpP <=1000 ND $S
DINP <=1000 ND PASS
DnHP <=1000 ND PASS
AAB8744 BBP <=1000 ND PASS
DBP <=1000 ND A
DEHP <=1000 ND S
DIDP <=1000 ND SS
DINP <=1000 ND PASS
DnHP <=1000 ND ASE
insight Laboratories (S) Pte Ltd Page 9 or 56

29 Tai Seng Ave, #06-06, NCL Hub, Singapore 534119
65 6283 7440

P: +65 6283 9929

F:



Project Number:

CA Prop 65 Phthalates Based on CA Prop 65 Settlement BG07350962, RG08378050

Test Method:

CPSC-CH-C1001-09 Standard Operating Procedure for Determination of Phthalates using GC-MS

H-2015-08-12-08

Test Report

Date Issued: August-26-2015

HBC=MRA

ANAB

AT-1331

Component ID Element Limit (mg/kg) Result (mg/kg) Conclusion

AABB745 BBP <=1000 ND PASS

DBP <=1000 ND PASS

DEHP <=1000 ND PASS

DIDP <=1000 ND PASS

DINP <=1000 ND PASS

DnHP <=1000 ND PASS

AAB8746 BBP <=1000 ND PASS

DBP <=1000 ND PASE

DEHP <=1000 ND PASS

DIDP <=1000 ND PASS

DINP <=1000 ND PASS

DnHP <=1000 ND PASS

AABB7A7 BBP <=1000 ND PASS
DBP <=1000 ND AS

DEHP <=1000 ND PASS

DIDP <=1000 ND PASS

DINP <=1000 ND PASS

DnHP <=1000 ND PASS

Insight Laboratories (S) Pte Ltd
29 Tai Seng Ave, #06-06, NCL Hub, Singapore 534119

P:+65 6283 992

F: +65 6283 7440

Page 10 of 56




Project Number: H-2015-08-12-08

Test Report

ANAB

AT-1391

Date issued: August-26-2015

CA Prop 65 Phthalates Based on CA Prop 65 Settlement BG07350969, RG08378050

Test Method:

CPSC-CH-C1001-09 Standard Operating Procedure for Determination of Phthalates using GC-MS

Component ID Element Limit (mg/kg) Result (mg/kg) Conclusion

AA88748 BBP <=1000 ND PASS
DBP <=1000 ND PASS
DEHP <=1000 ND PASS

DIDP <=1000 ND
DINP <=1000 ND PASS
DnHP <=1000 ND

Note / Key:

ND = Not Detected = less than Limit of Detection
mg/kg = milligram(s) per kilogram ppm = pari(s) per million

1% = 10,000 mg/kg
Limit of Detection (mg/kg): Each :100

List of Phthalates:

Insight Laboratories (S} Pte Ltd

29 Tai Seng Ave, #06-06, NCL Hub, Singapore 534119
F: +65 6283 7440

P:+65 6283 9929

Acronym Compound Name CAS Number
BBP Benzyl Buty! Phthalate 85-68-7
DBP Dibutyl Phthalate 84-74-2
DEHP Di-(2-ethylhexyl) Phthalate 117-81-7
DIDP Diisodecyl Phthalate 26761-40-0 / 68515-49-1
DINP Diisonony! Phthalate 28553-12-0 / 68515-48-0
DnHP Di-n-hexyl Phthalate 84-75-3
Page 11 of 56



S ANAB
Test Report =S

AT-1391
Project Number: H-2015-08-12-08 Date Issued: August-26-2015
(EC) No 1907/2006 Annex XVHi, Entries 51 & 52

Test Method:
CPSC-CH-C1001 Standard Oyeratin:; Procedure for Determination of Phthalates usin,, GC-MS

Component ID Element Limit (mg/kg) Result (mg/kg) Conclusion
AABB720 BBP <=1000 ND PASS
DBP <=1000 ND

DEHP <=1000 ND S
DIDP <=1000 ND PASS
DINP <=1000 ND 'ASS
DnOP <=1000 ND ASS
AAB8721 BBP <=1000 ND PASS
DBP <=1000 ND ASS
DEHP <=1000 ND PASS
DIDP <=1000 ND ASS
DINP <=1000 ND ASS
DnOP <=1000 ND PASS
AABBT722 BBP <=1000 ND ASS
DBP <=1000 ND ASS
DEHP <=1000 ND ASS
DIDP <=1000 ND ASS
DINP <=1000 ND PASS
DnOP <=1000 ND ASS
Insight Laboratories (S) Pte Ltd | o Page 120156

29 Tai Seng Ave, #06-06, NCL Hub, Singapore 534119
P: +65 6283 9929 F: +65 6283 7440



Project Number:

H-2015-08-12-08

Test Report

(EC) No 1907/2006 Annex XVII, Entries 51 & 52

Test Method:

CPSC-CH-C1001 Standard Oy:eratini; Procedure for Determination of Phthalates usini, GC-MS

Has-fns

[t

nbss

AT-1391

Date Issued: August-26-2015

Component ID Element Limit {(mg/kg) Result (mg/kg) Conclusion
AA88742 BBP <=1000 ND PASE
DBP <=1000 114

DEHP <=1000 ND PASS
DIDP <=1000 ND PASS
DINP <=1000 ND ASS
DnGOP <=1000 ND PASS
AABB743 BBP <=1000 ND PASS
DBP <=1000 ND PASS
DEHP <=1000 ND PASS
DIDP <=1000 ND s
DINP <=1000 ND S
DnOP <=1000 ND PASS
AABB744 BBP <=1000 ND ASS
pBP <=1000 ND oSS
DEHP <=1000 ND PAS
DIDP <=1000 ND *ASS
DINP <=1000 ND PASS
DnOP <=1000 ND ASS

insight Laboratories (S} Pte Lid

29 Tai Seng Ave, #06-06, NCL Hub, Singapore 534119

P +65 6283 9929

F:+65 6283 7440
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Project Number:

H-2015-08-12-08

Test Report

(EC) No 1907/2006 Annex XVII, Entries 51 & 52

Date Issued: August-26-2015

ﬁ.i\?ﬁﬂ

| Tem T

AT-1391

Test Method:
CPSC-CH-C1001 Standard Operating Procedure for Determination of Phthalates using GC-MS
Component ID Element Limit (mg/kg) Result (mg/kg) Conclusion
AABB745 BBP <=1000 ND PASS
DBP <=1000 ND
DEHP <=1000 ND $s
DiDP <=1000 ND
DINP <=1000 ND 5
DnOP <=1000 ND T
AAB8746 BBP <=1000 ND SS
DBP <=1000 ND S
DEHP <=1000 ND ASS
DIDP <=1000 ND ]
DINP <=1000 ND 3
DnOP <=1000 ND
AABBTA7 BBP <=1000 ND PAS
DBP <=1000 ND F
DEHP <=1000 ND
DIDP <=1000 ND
DINP <=1000 ND =
DnOP <=1000 ND
Insight Laboratories (S) Pte Ltd o - Pas;e";;SG
29 Tai Seng Ave, #06-06, NCL Hub, Singapore 534119
P: +65 6283 9929 F: +65 6283 7440
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Project Number: H-2015-08-12-08

Test Report

(EC) No 1807/2006 Annex XVH, Entries 51 & 52

Test Method:

adan

AT-1331

HIC=MRA

Date issued: August-26-2015

CPSC-CH-C1001 Standard Oyeratin:; Procedure for Determination of Phthalates using GC-MS

Component ID Element Limit (mg/kg) Result (mg/kg) Conclusion
AAB8748 BBP <=1000 ND PASE
DBP <=1000 ND
DEHP <=1000 ND PASS
DIDP <=1000 ND —
DINP <=1000 ND PASS
DnOP <=1000 ND PA33
Note / Key:
ND = Not Detected = less than Limit of Detection
mg/kg = milligram(s) per kilogram ppm = part(s) per million
1% = 10,000 mg/kg
Limit of Detection (mg/kg): Each :100
List of Phthalates:
Acronym Compound Name CAS Number
BBP Benzyl Butyl Phthalate 85-68-7
DBP Dibutyl Phthalate 84-74-2
DEHP Di-(2-ethylhexyl) Phthalate 117-81-7
DIDP Diisodecyl Phthalate 26761-40-0 / 68515-49-1
DINP Diisononyl Phthalate 28553-12-0 / 68515-48-0
DnOP Di-n-octyl Phthalate 117-84-0

Insight Laboratories () Pte tid

29 Tai Seng Ave, #06-06, NCL Hub, Singapore 534119
F:+65 6283 7440

P +65 6283 9929
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" " Test Report —
—_—
Project Number: H-2015-08-12-08 Date Issued: August-26-2015
CPSIA 2008 Section 108 Prohibition on Sale of Certain Products Containing Specified
Phthalates
Test Method:
CPSC-CH-C1001-09 Standard Operatiny Procedure for Determination of Phthalates usin;, GC-MS
Component ID Element Limit (mg/kg) Result (mg/kg) Conclusion
AAB8720 BBP <=1000 ND PASS
bBP <=1000 ND PASS
DEHP <=1000 ND PASS
DIDP <=1000 ND PASS
DINP <=1000 ND PASS
DnOP <=1000 ND PASS
AA88721 BBP <=1000 ND PASS
DBP <=1000 ND PASS
DEHP <=1000 ND PASS
DIbP <=1000 ND
DINP <=1000 ND
DnOP <=1000 ND PASS
AAB8722 BBP <=1000 ND PASS
bBP <=1000 ND PAS
DEHP <=1000 ND PASS
DIDP <=1000 ND PASS
DINP <=1000 ND
DnOP <=1000 ND
Insight Laboratories (S} Pte Ltd Page 16 of 56

29 Tai Seng Ave, #06-06, NCL Hub, Singapore 534119
P: +65 6283 9929 F:+65 6283 7440
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Test Report S
AT1397
Project Number: H-2015-08-12-08 Date Issued: August-26-2015
CPSIA 2008 Section 108 Prohibiticn on Sale of Certain Products Containing Specified
Phthalates
Test Method:
CPSC-CH-C1001-09 Standard Oyeratini, Procedure for Determination of Phthalates usiny GC-MS
Component ID Element Limit (mg/kg) Resuit (mg/kg) Conclusion
AAB8T42 BBP <=1000 ND PASS
DBP <=1000 114 PASS
DEHP <=1000 ND
DIDP <=1000 ND
DINP <=1000 ND PAS
DnOP <=1000 ND PA
AABB743 BBP <=1000 ND ASS
DBpP <=1000 ND ASS
DEHP <=1000 ND PA
DIDP <=1000 ND
DINP <=1000 ND
DnOP <=1000 ND ASS
AABB744 BBP <=1000 ND ASS
bBP <=1000 ND PAS
DEHP <=1000 ND PASS
DIDP <=1000 ND
DINP <=1000 ND AS
DnOP <=1000 ND PASS
insight Laboratories (S) Pte Ltd Pagt” Bilee

29 Tai Seng Ave, #06-06, NCL Hub, Singapore 534119
P- +65 62839929 F: +65 6283 7440




Project Number:

CPSIA 2008 Section 108 Prohibition on Sale of Certain Products Containing Specified

Phthalates
Test Method:

CPSC-CH-C1001-09 Standard Operating Procedure for Determination of Phthalates using GC-MS

H-2015-08-12-08

Test Report

ANAB

leeamn

AT-1391

Date Issued: August-26-2015

Component ID Element Limit (mg/kg) Result (mg/kg) Conclusion

AAB8745 BBP <=1000 ND
DBP <=1000 ND ASS
DEHP <=1000 ND PASS
DIDP <=1000 ND P
DINP <=1000 ND 'ASS
DnOP <=1000 ND PASS

AABB748 BBP <=1000 ND ASS
DBP <=1000 ND PASS
DEHP <=1000 ND PASS
DIDP <=1000 ND PASS
DINP <=1000 ND PASS
DnOP <=1000 ND PASS

AABB747 BBP <=1000 ND ASS
DBP <=1000 ND ASS
DEHP <=1000 ND ASS
DIDP <=1000 ND PASS
DINP <=1000 ND PASS
DnOP <=1000 ND PASS

Insight Laboratories {S) Pte Ltd

29 Tai Seng Ave, #06-06, NCL Hub, Singapore 534119

P:+65 6283 9929

F:+65 6283 7440
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Test Report

Project Number: H-2015-08-12-08

CPSIA 2008 Section 108 Prohibition on Sale of Certain Products Containing Specified

Date Issued: August-26-2015

ANAB

AT-1331

ND = Not Detected = less than Limit of Detection
mg/kg = milligram(s) per kilogram ppm = part(s) per million

1% = 10,000 mg/kg

Limit of Detection (mg/kg): Each :100

Phthalates

Test Method:

CPSC-CH-C1001-09 Standard Operating Procedure for Determination of Phthalates using GC-MS

Component ID Element Limit (mg/kg) Result (mg/kg) Conclusion
AAB8748 BBP <=1000 ND

DBP <=1000 ND S
DEHP <=1000 ND 2ASS
DIDP <=1000 ND SS
DINP <=1000 ND ASS
bnOP <=1000 ND PAS

Note / Key:

List of Phthalates:
Acronym Compound Name CAS Number
BBP Benzyl Butyl Phthalate 85-68-7
DBP Dibuty! Phthalate 84-74-2
DEHP Di-(2-ethylhexyl) Phthalate 117-81-7
DIDP Diisodecyl Phthalate 26761-40-0 / 68515-49-1
DINP Diisononyl Phthalate 28553-12-0 / 68515-48-0
DnOP Di-n-octyl Phthalate 117-84-0

Insight Laboratories (S) Pte Ltd

29 Tai Seng Ave, #06-06, NCL Hub, Singapore 534119
P: +65 6283 9929

F: +65 6283 7440

Page 19 of 56




» Test Report

AT-1391

Project Number: H-2015-08-12-08 Date Issued:

August-26-2015
ASTM F263-11 Clause 4.3.5 Heavy Elements

Test Method:

ASTM F963-11 Clause 8.3 Test Methods for Determination of Heavy Element Content in Toys, Toy
Com;onents and Materials usiny ICP-OES

Component ID Element Limit (mg/kg) Result (mg/kg) Conclusion
AABB720 Antimony (Sb) <=60 ND

Arsenic (As) <=25 ND PAS
Barium (Ba) <=1000 ND PAS

Cadmium (Cd) <=75 ND PASS

Chromium (Cr) <=60 ND

Lead (Pb) <=90 ND PASS

Mercury (Hg) <=60 ND PASE

Selenium (Se) <=500 ND SS

AA88721 Antimony (Sb) <=60 ND ASS

Arsenic (As) <=25 ND ASS

Barium (Ba) <=1000 38.36 S

Cadmium (Cd) <=75 ND PAS:

Chromium (Cr) <=60 ND ASS

Lead (Pb) <=90 ND PASS

Mercury (Hg) <=60 ND PASS

Selenium (Se) <=500 ND PASS

Insight Laboratories (S} Pte Ltd Page 20 of 56

29 Tai Seng Ave, #06-06, NCL Hub, Singapore 534119
P: +65 6283 9929 F: +65 6283 7440



Project Number:

H-2015-08-12-08

Test Report

ASTM F963-11 Clause 4.3.5 Heavy Elements

Test Method:

Date Issued:

ASTM F963-11 Clause 8.3 Test Methods for Determination of Heavy Element Content in Toys, Toy

Components and Materials usin,, ICP-OES

i e

ANAB
AT-1181

August-26-2015

Insight Laboratories (S} Pte Lid
29 Tai Seng Ave, #06-06, NCL Hub, Singapore 534119

P:+65 6283 9929

F:+65 6283 7440

Component ID Element Limit (mg/kg) Result (mg/kg) Conclusion
AAB8722 Antimony (Sb) <=60 ND PASS
Arsenic (As) <=25 ND PASS
Barium (Ba) <=1000 ND SS
Cadmium (Cd) <=75 ND f 3
Chromium (Cr) <=60 ND 58
Lead (Pb) <=90 ND ASS
Mercury (Hg) <=60 ND PASS
Selenium (Se) <=500 ND S8
AA88723 Antimony (Sb) <=60 ND P
Arsenic (As) <=25 ND $
Barium (Ba) <=1000 ND s
Cadmium (Cd) <=75 ND S8
Chromium (Cr) <=60 ND A
Lead (Pb) <=90 ND P
Mercury (Hg) <=60 ND
Selenium (Se) <=500 ND S
Page 21 of 56
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AT-1391

Project Number: H-2015-08-12-08 Date Issued: August-26-2015

ASTM F963-11 Clause 4.3.5 Heavy Elements

Test Method:

ASTM F983-11 Clause 8.3 Test Methods for Determination of Heavy Element Content in Toys, Toy
Components and Materials usin [CP-OES

Component ID Element Limit (mg/kg) Result (mg/kg) Conclusion
AAB8724 Antimony (Sb) <=60 ND ASS
Arsenic (As) <=25 ND PASS
Barium (Ba) <=1000 ND PASS
Cadmium (Cd) <=75 ND PASS
Chromium (Cr) <=60 ND PASS
Lead (Pb) <=90 ND PASS
Mercury (Hg) <=60 ND PASS
Selenium (Se) <=500 ND PASS
AABBT25 Antimony (Sb) <=60 ND ASS
Arsenic (As) <=25 ND ASS
Barium (Ba) <=1000 ND ASS
Cadmium (Cd) <=75 ND PASS
Chromium (Cr) <=60 ND PASS
Lead (Pb) <=90 ND PASS
Mercury (Hg) <=60 ND ASS
Selenium (Se) <=500 ND PASS
Insight Laboratories {S) Pte Ltd Page 22 of 56

29 Tat Seng Ave, #06-06, NCL Hub, Singapore 534119

P. +65 6283 9929

F:+65 6283 7440




Test Report
AT-1391
Project Number: H-2015-08-12-08 Date Issued: August-26-2015
ASTM F963-11 Clause 4.3.5 Heavy Elements
Test Method:
ASTM F963-11 Clause 8.3 Test Methods for Determination of Heavy Element Content in Toys, Toy
Components and Materials using [CP-OES
Component ID Element Limit (mg/kg) Result (mg/kg) Conclusion
AABB726 Antimony (Sb) <=60 ND PASS
Arsenic (As) <=25 ND PASS
Barium (Ba) <=1000 ND PASS
Cadmium (Cd) <=75 ND PASS
Chromium (Cr) <=60 ND PASS
Lead (Pb) <=90 ND PASS
Mercury (Hg) <=60 ND PASS
Selenium (Se) <=500 ND PASS
AABBT27 Antimony {Sb) <=60 ND PA!
Arsenic (As) <=25 ND PASS
Barium (Ba) <=1000 ND PASS
Cadmium (Cd) <=75 ND PASS
Chromium (Cr) <=60 ND ASS
Lead (Pb) <=90 ND PASS
Mercury (Hg) <=60 ND PASS
Selenium (Se) <=500 ND PASS
Insight Laboratories (S} Pte Ltd - Page 23 of 56

29 Tai Seng Ave, #06-06, NCL Hub, Singapore 534119
P: +65 6283 9929 F: +65 6283 7440
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Project Number:

H-2015-08-12-08

Test Report

ASTM F363-11 Clause 4.3.5 Heavy Elements

Test Method:

ASTM F963-11 Clause 8.3 Test Methods for Determination of Heavy Element Content in Toys, Toy
Components and Materials usiny, ICP-OES

Date Issued: August-26-2015

AT-1391

Component ID Element Limit (mg/kg) Result (mg/kg) Conclusion
AAB8728 Antimony (Sb) <=60 ND PASS
Arsenic (As) <=25 ND PASS
Barium (Ba) <=1000 ND PAS
Cadmium (Cd) <=75 ND PASS
Chromium (Cr) <=60 ND PAS!
Lead (Pb) <=90 ND PASS
Mercury (Hg) <=60 ND PASS
Selenium (Se) <=500 ND PASS
AABB729 Antimony (Sb) <=60 ND PASS
Arsenic (As) <=25 ND PASS
Barium (Ba) <=1000 ND PASS
Cadmium (Cd) <=75 ND PASS
Chromium (Cr) <=60 ND PASS
Lead (Pb) <=90 ND PASS
Mercury (Hg) <=60 ND PASS
Selenium (Se) <=500 ND PASS

Insight Laboratories (S) Pte Ltd
29 Tai Seng Ave, #06-06, NCL Hub, Singapore 534119

p: +65 6283 9929

F: +65 6283 7440

Page 24 of 56




Test Report

AT-1391
Project Number: H-2015-08-12-08 Date Issued: August-26-2015
ASTHM F963-11 Clause 4.3.5 Heavy Elements

Test Method:

ASTM F963-11 Clause 8.3 Test Methods for Determination of Heavy Element Content in Toys, Toy
Comyonents and Materials usiny, ICP-OES

Component ID Element Limit (mg/kg) Result (mg/kg) Conclusion

AABS730 Antimony (Sb) <=60 ND PASS
Arsenic (As) <=25 ND PASS

Barium (Ba) <=1000 ND PASS

Cadmium (Cd) <=75 ND PASS
Chromium (Cr) <=60 ND PASS
Lead (Pb) <=g0 ND PASS
Mercury (Hg) <=60 ND PASS

Selenium (Se) <=500 ND PASS

AAB8731 Antimony (Sb) <=60 ND PASS
Arsenic (As) <=25 ND PASS

Barium (Ba) <=1000 ND PASS

Cadmium (Cd) <=75 ND PASS

Chromium (Cr) <=60 ND PASS

Lead (Pb) <=90) ND PASS

Mercury (Hg) <=60 ND PASS

Selenium (Se) <=500 ND PASS

Insight Laboratories (S) Pte Ltd o Page 25 of 56 -

29 Tai Seng Ave, #06-06, NCL Hub, Singapore 534119
P: +65 6283 9929 F: +65 6283 7440
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e s ' Test Report

AT-1391

Project Number: H-2015-08-12-08 Date Issued: August-26-2015

ASTM F963-11 Clause 4.3.5 Heavy Elements

Test Method:

ASTM F863-11 Clause 8.3 Test Methods for Determination of Heavy Element Content in Toys, Toy
Compionents and Materials usini; ICP-OES

Component ID Element Limit (mg/kg) Resuit (mg/kg) Conclusion
AABB732 Antimony (Sb) <=60 ND PASS
Arsenic (As) <=25 ND PASS
Barium (Ba) <=1000 ND PASS
Cadmium (Cd) <=75 ND PASS
Chromium (Cr) <=60 ND PASS
Lead (Pb) =00 ND PASS
Mercury (Hg) <=60 ND PASS
Selenium (Se) <=500 ND PASS
AA88733 Antimony (Sb) <=60 ND PASS
Arsenic (As) <=25 ND PASS
Barium (Ba) <=1000 ND PASS
Cadmium (Cd) <=75 ND PASS
Chromium (Cr) <=60 ND PASS
Lead (Pb) <=90 ND PASS
Mercury (Hg) <=60 ND PASS
Selenium (Se) <=500 ND PASS
tnsight Laboratories (S) Pte Ltd o ';8;"_;6:"‘ =

29 Tai Seng Ave, #06-06, NCL Hub, Singapore 534119
P: +65 6283 9929 F: +65 6283 7440
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‘ Test Report PosHa -

AT-1391
Project Number: H-2015-08-12-08 Date issued: Augusi-26-2015
ASTM F963-11 Clause 4.3.5 Heavy Elements

Test Method:

ASTM F963-11 Clause 8.3 Test Methods for Determination of Heavy Element Content in Toys, Toy
Comyionents and Materials usini; ICP-OES

Component iD Element Limit (mg/kg) Result (mg/kg) Conclusion
AABB734 Antimony (Sb) <=60 ND PASS
Arsenic (As) <=25 ND #ASS
Barium (Ba) <=1000 ND PASS
Cadmium (Cd) <=75 ND #ASS
Chromium (Cr) <=60 ND PASS
Lead (Pb) <=90 ND PASS
Mercury (Hg) <=60 ND PASS
Selenium (Se) <=500 ND PASS
AABB735 Antimony (Sb) <=60 ND PASS
Arsenic (As) <=25 ND PASS
Barium (Ba) <=1000 ND Pusd
Cadmium (Cd) <=75 ND PASS
Chromium (Cr) <=60 ND PASS
Lead (Pb) <=80 ND PASS
Mercury (Hg) <=60 ND PASS
Selenium (Se) <=500 ND PASS
Insight Laboratories (S) Pte Ltd Page 27 of 56

25 Tai Seng Ave, #06-06, NCL Hub, Singapore 534119
P: +65 6283 9929 F: +65 6283 7440




Project Number:

H-2015-08-12-08

Test Report

ASTM F363-11 Clause 4.3.5 Heavy Elements

Test Method:

ASTM F863-11 Clause 8.3 Test Methods for Determination of Heavy Element Content in Toys, Toy
Components and Materials usin;; ICP-OES

HacRA

AT-13H

Date Issued: August-26-2015

Component ID Element Limit (mg/kg) Result (mg/kg) Conclusion

AABS736 Antimony (Sb) <=60 ND PASS
Arsenic (As) <=25 ND PAS

Barium (Ba) <=1000 148.58 PASS

Cadmium (Cd) <=75 ND PASS

Chromium (Cr) <=60 ND SARE

Lead (Pb) <=0 ND PASS

Mercury (Hg) <=60 ND PASS

Selenium (Se) <=500 ND PASS

AABB737 Antimony (Sb) <=60 ND FASE

Arsenic (As) <=25 ND PASS

Barium (Ba) <=1000 152.96 PASS

Cadmium (Cd) <=75 ND PASS

Chromium (Cr) <=60 ND PASS

Lead (Pb) <=90 ND PASS

Mercury (Hg) <=60 ND PASS

Seienium (Se) <=500 ND PASS

Insight Laboratories (5) Pte Ltd - Pag:2;;56

25 Tai Seng Ave, #06-06, NCL Hub, Singapore 534119

P: +65 6283 9929

F: +65 6283 7440



Project Number:

H-2015-08-12-08

Test Report

ASTM F963-11 Clause 4.3.5 Heavy Elements

Test Method:

ASTM F963-11 Clause 8.3 Test Methods for Determination of Heavy Eiement Content in Toys, Toy
Comyonents and Materials usin; ICP-OES

Date Issued: August-26-2015

ANAB

AT-1391

HacwRA

Component ID Eilement Limit (mg/kg) Resuit (mg/kg) Conclusion
AABS738 Antimony (Sb) <=60 ND ASS
Arsenic (As) <=25 ND PASS
Barium (Ba) <=1000 9478 PASS
Cadmium (Cd) <=75 ND PASS
Chromium (Cr) <=60 ND =438
Lead (Pb) <=90 ND PASS
Mercury (Hg) <=60 ND PASS
Selenium (Se) <=500 ND PASS
AABB739 Antimony (Sb) <=60 ND PASS
Arsenic (As) <=25 ND PASS
Barium (Ba) <=1000 181.79 PASS
Cadmium (Cd) <=75 ND PASS
Chromium (Cr) <=60 ND PASS
Lead (Pb) <=90 ND PASS
Mercury (Hg) <=60 ND PASS
Selenium (Se) <=500 ND PASS
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Project Number:

H-2015-08-12-08

Test Report

ASTM F963-11 Ciause 4.3.5 Heavy Eiements

Test Method:

Date Issued:

ASTM F963-11 Clause 8.3 Test Methods for Determination of Heavy Element Content in Toys, Toy

Components and Materials usin:; ICP-OES

AT-1391

August-26-2015

Component ID Element Limit (mgl/kg) Result (mg/kg) Conclusion
AABBTAD Antimony (Sb) <=60 ND PASS
Arsenic (As) <=25 ND PASS
Barium (Ba) <=1000 169.28 PASS
Cadmium (Cd) <=75 ND PASS
Chromium (Cr) <=60 ND PASS
Lead (Pb) <=90 ND PASS
Mercury (Hg) <=60 ND PASS
Selenium (Se) <=500 ND PASS
AAS8741 Antimony (Sb) <=60 ND PASS
Arsenic (As) <=25 ND PASS
Barium (Ba) <=1000 293.69 PASS
Cadmium (Cd) <=75 ND PASS
Chromium (Cr) <=60 ND PASS
Lead (Pb) <=90 ND PASS
Mercury (Hg) <=60 ND PASS
Selenium (Se) <=500 ND PASS
insight Laboratories (S) Pte Lttd Page 30 of 56
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AT-1391
Project Number: H-2015-08-12-08 Date Issued: August-26-2015

ASTM F263-11 Clause 4.3.5 Heavy Elements

Test Method:

ASTM F963-11 Clause 8.3 Test Methods for Determination of Heavy Element Content in Toys, Toy
Comyronents and Materials usiny ICP-OES

Component ID Element Limit (mg/kg) Resuit (mg/kg) Conclusion
AABB753 Antimony (Sb) <=60 ND PASS
Arsenic (As) <=25 ND PASS
Barium (Ba) <=1000 ND PASS
Cadmium (Cd) <=75 ND PASS
Chromium (Cr) <=60 ND PASS
Lead (Pb) <=90 ND PASS
Mercury (Hg) <=60 ND PASS
Selenium (Se) <=500 ND PASS
Note / Key:

ND = Not Detected = less than Limit of Detection
mg/kq = milligram(s) per kilogram  ppm = part(s) per million
Limit of Detection (mg/kg): Each :1
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Project Number:

H-2015-08-12-08

Test Report

ANAB

AT-1391

=k

Date issued: August-26-2015

BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - Migration of Certain Elements - Category 1

Test Method:

BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - Miyration of Certain Elements - Cateyory 1

Component ID Element Limit (mg/kg) Result (mg/kg) Conclusion
AABS723 Aluminium <=5625 ND PASS
Antimony <=45 ND P
Arsenic <=3.8 ND ASS
Barium <=1500 ND FASS
Boron <=1200 34.08 PASS
Cadmium <=13 ND PASS
Chromium Cr ill (#) <=375 ND PASS
Chromium Cr VI (#) <=0.02 ND PASS
Cobalt <=10.5 ND PABS
Copper <=622.5 ND PAS
Lead <=13.5 ND ASS
Manganese <=1200 ND PAS
Mercury <=75 ND PASS
Nickel <=75 ND PAE
Organic Tin (%) <=0.9 ND PASS
Selenium <=375 ND PASS
Strontium <=4500 ND PASS
Tin <=15000 ND PASS
Zinc <=3750 ND PASS

# Chromium Il and Chromium VI reported as Soluble Total Chromium, further confirmation test will be required when Totai Chromium is detected.

*Soluble Organic Tin was reported as Soluble Tin, further confirmation test will be required when Soluble Tin is detected.

Insight Laboratories (S) Pte Ltd
29 Tai Seng Ave, #06-06, NCL Hub, Singapore 534119

P +65 6283 9929

F:+65 6283 7440
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Test Report
AT-1391
Project Number: H-2015-08-12-08 Date Issued: August-26-2015
BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - Migration of Certain Elements - Category 1
Test Method:
BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - Migration of Certain Elements - Category 1
Component ID Element Limit (mg/kg) Result (mg/kg) Conclusion
AABST24 Aluminium <=5625 ND PASS
Antimony <=45 ND PASS
Arsenic <=3.8 ND PASS
Barium <=1500 ND PASS
Boron <=1200 15.12 PASS
Cadmium <=1.3 ND PASS
Chromium Cr )l (#) <=37.5 ND PASS
Chromium Cr VI (#) <=0.02 ND PASS
Cobalt <=10.5 ND PASS
Copper <=622.5 ND PASS
Lead <=13.5 ND PASS
Manganese <=1200 ND PASS
Mercury <=75 ND PASE
Nickel <=75 ND =¥ X5
Organic Tin (%) <=0.9 ND PASS
Selenium <=375 ND PASS
Strontium <=4500 ND PASS
Tin <=15000 ND PASS
Zinc <=3750 ND PASS

# Chromium {1l and Chromium V1 reported as Soluble Total Chromium, further confirmation test will be required when Total Chromium is detected.
*Soluble Organic Tin was reported as Soluble Tin, further confirmation test will be required when Soluble Tin is detected.
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AT-1391
Project Number: H-2015-08-12-08 Date Issued: August-26-2015
BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - Migration of Certain Elements - Category 1
Test Method:
BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - Miyration of Certain Elements - Cateyory 1
Component ID Element Limit (mg/kg) Result (mg/kg) Conclusion
AABB725 Aluminium <=5625 ND PASS
Antimony <=45 ND PASS
Arsenic <=38 ND PASS
Barium <=1500 ND PASS
Boron <=1200 10.58 PASS
Cadmium <=1.3 ND PASS
Chromium Cr Itl (#) <=375 ND PASS
Chromium Cr VI (#) <=0.02 ND PASS
Cobalt <=10.5 ND PASS
Copper <=622.5 ND PASS
Lead <=13.5 ND PASS
Manganese <=1200 ND PASS
Mercury <=7.5 ND PASS
Nickel <=75 ND PASS
Organic Tin (*) <=0.9 ND PASS
Selenium <=37.5 ND PASS
Strontium <=4500 ND PASS
Tin <=15000 ND PASS
Zinc <=3750 ND PASS

# Chromium Il and Chromium VI reported as Soluble Total Chromium, further confirmation test will be required when Total Chromium is detected.
*Soluble Organic Tin was reported as Soluble Tin, further confirmation test will be required when Soluble Tin is detected.
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Project Number: H-2015-08-12-08 Date Issued: August-26-2015
BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - Migration of Certain Elements - Category 1
Test Method:
BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - Miyration of Certain Elements - Cateuory 1
Component iD Element Limit (mg/kg) Result (mg/kg) Conclusion
AAB8726 Aluminium <=5625 ND BASS
Antimony <=45 ND PASS
Arsenic <=38 ND PASS
Barium <=1500 ND PASS
Boron <=1200 ND PASS
Cadmium <=13 ND PASS
Chromium Cr Hll (#) <=37.5 ND PASS
Chromium Cr VI (#) <=0.02 ND PASS
Cobalt <=10.5 ND PASS
Copper <=622.5 ND PASE
Lead <=13.5 ND PASS
Manganese <=1200 ND PASS
Mercury <=75 ND PASS
Nickel <=75 ND PASS
Organic Tin (*) <=0.9 ND PASS
Selenium <=375 ND PASS
Strontium <=4500 ND PASS
Tin <=15000 ND PASS
Zinc <=3750 ND PASE

# Chromium Il and Chromium VI reported as Soluble Total Chromium, further confirmation test will be required when Total Chromium is detected.
*Soluble Organic Tin was reported as Soluble Tin, further confirmation test will be required when Soluble Tin is detected.

Insight Laboratories (S) Pte Ltd Page 35 of 56

29 Tai Seng Ave, #06-06, NCL Hub, Singapore 534119
p: +65 6283 9929 F: +65 6283 7440



I AT-1391

Test Report

Project Number: H-2015-08-12-08 Date issued: August-26-2015
BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - Migration of Certain Elements - Category 1

Test Method:
BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - Miyration of Certain Elements - Cati. jory 1

Component ID Element Limit (mg/kg) Result (mg/kg) Conclusion
AAB8727 Aluminium <=5625 ND PASS
Antimony <=45 ND PASS
Arsenic <=38 ND FAES
Barium <=1500 ND PASS
Boron <=1200 13.88 PASS
Cadmium <=1.3 ND PASS
Chromium Cr Il (#) <=37.5 ND PASS
Chromium Cr VI (#) <=0.02 ND PASS
Cobait <=10.5 ND PASS
Copper <=622.5 ND PASS
Lead <=13.5 ND PASS
Manganese <=1200 ND PASS
Mercury <=7.5 ND PASS
Nickel <=75 ND PASS
Organic Tin (%) <=0.9 ND PASS
Selenium <=37.5 ND PASS
Strontium <=4500 ND PASS
Tin <=15000 ND PASS
Zing <=3750 ND PRSS

# Chromium lil and Chromium Vi reported as Soluble Total Chromium, further confirmation test will be required when Total Chromium is detected.

*Soluble Organic Tin was reported as Soluble Tin, further confirmation test will be required when Soluble Tin is detected.

Insight Laboratories (S) Pte Ltd
29 Tai Seng Ave, #06-06, NCL Hub, Singapore 534119

P: +65 6283 9929

F: +65 6283 7440
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Test Report o
AT-1391
Project Number: H-2015-08-12-08 Date Issued: August-26-2015
BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - Migration of Certain Elements - Category 1
Test Method:
BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - Migration of Certain Elements - Cateyory 1
Component ID Element Limit {mg/kg) Result (mg/kg) Conclusion
AABB728 ; Aiuminium <=5625 ND PASS
Antimony <=45 ND PASS
Arsenic <=3.8 ND PASS
Barium <=1500 ND PASS
Boron <=1200 ND PASS
Cadmium <=1.3 ND PASS
Chromium Cr lli (#) <=37.5 ND PASS
Chromium Cr VI (#) <=0.02 ND PASS
Cobalt <=10.5 ND PASS
Copper <=622.5 ND PASS
Lead <=13.5 ND PASS
Manganese <=1200 ND PASS
Mercury <=75 ND PASS
Nickel <=75 ND PASS
Organic Tin (*) <=0.9 ND PASS
Selenium <=37.5 ND PASS
Strontium <=4500 ND PASS
Tin <=15000 ND PASS
Zinc <=3750 ND PASS

# Chromium Il and Chromium Vi reported as Soluble Total Chromium, further confirmation test will be required when Total Chromium is detected.
*Soluble Organic Tin was reported as Soluble Tin, further confirmation test will be required when Soluble Tin is detected.
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Project Number:

H-2015-08-12-08

Test Report

Date Issued: August-26-2015

AT-1391

BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - Migration of Certain Elements - Category 4

Test Method:

BS EN71-3:2013+A1:2014 Safetv of Toys Part 3 - Miyration of Certain Elements - Category 1

Component ID Element Limit (mg/kg) Result (mg/kg) Conclusion
AASB729 Aluminium <=5625 ND PANE
Antimony <=45 ND PASS
Arsenic <=3.8 ND PASS
Barium <=1500 ND PASS
Boron <=1200 14.07 PASS
Cadmium <=13 ND PASS
Chromium Cr Il (#) <=37.5 ND FASS
Chromium Cr VI (#) <=0.02 ND PASS
Cobatt <=10.5 ND PASS
Copper <=622.5 ND PASS
Lead <=13.5 ND PASS
Manganese <=1200 ND PASS
Mercury <=7.5 ND PASS
Nickel «=75 ND PASS
Qrganic Tin (*) <=0.9 ND PASS
Selenium <=37.5 ND PASS
Strontium <=4500 ND PASS
Tin <=15000 ND PASS
Zinc <=3750 ND rash

# Chromium Il and Chromium VI reported as Soluble Total Chromium, further confirmation test will be required when Total Chromium is detected.

*Soluble Organic Tin was reported as Soluble Tin, further confirmation test will be required when Soluble Tin is detected.

Insight Laboratories (S) Pte Lid
29 Tai Seng Ave, #06-06. NCL Hub, Singapore 534119

P: +65 6283 9929

F:+65 6283 7440
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Project Number:

H-2015-08-12-08

Test Report

Hac-NRA

AT-1391

mbae

Date Issued: August-26-2015

BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - Migration of Certain Elements - Category 1

Test Method:

BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - Migration of Certain Elements - Cateyory 1

Component ID Element Limit (mg/kg) Result (mg/kg) Conclusion
AABBT31 Aluminium <=5625 ND PASS
Antimony <=45 ND PASS
Arsenic <=3.8 ND PASS
Barium <=1500 ND ASS
Boron <=1200 ND PASS
Cadmium <=13 ND PASS
Chromium Cr I (#) <=375 ND PASS
Chromium Cr VI (#) <=0.02 ND PASS
Cobailt <=10.5 ND PASS
Copper <=622 5 ND PASS
Lead <=13.5 ND PASS
Manganese <=1200 ND PASS
Mercury <=75 ND PASS
Nickel <=75 ND PASS
Organic Tin (*) <=0.9 ND PASS
Selenium <=37.5 ND PASS
Strontium <=4500 ND PASS
Tin <=15000 ND PASS
Zinc <=3750 ND PASS

# Chromium Hl and Chromium VI reported as Soluble Total Chromium, further confirmation test will be required when Total Chromium is detected.

*Soluble Organic Tin was reported as Soluble Tin, further confirmation test will be required when Soluble Tin is detected.

Insight Laboratories (S) Pte Ltd
29 Tai Seng Ave, #06-06, NCL Hub, Singapore 534119

P: +65 6283 9929

F:+65 6283 7440
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H-2015-08-12-08

Test Report

Date Issued: August-26-2015

JE=HRA

AT-1391

BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - Migraticn of Certain Elements - Category 1

Test Method:

BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - Migration of Certain Elements - Category 1

Component iD Element Limit (mg/kg) Resuit {(mg/kg) Conclusion
AABB732 Aluminium <=5625 ND PASS
Antimony <=45 ND PASS
Arsenic <=3.8 ND PASS
Barium <=1500 ND PASS
Boron <=1200 ND PASS
Cadmium <=1.3 ND PASS
Chromium Cr 111 (#) «=375 ND PASS
Chromium Cr VI (#) <=0.02 ND PASS
Cobalt <=10.5 ND PASS
Copper <=622.5 ND PASS
Lead <=135 ND PASS
Manganese <=1200 ND PASS
Mercury <=7.5 ND PASS
Nickel <=75 ND PASS
Qrganic Tin (*) <=0.9 ND PASS
Selenium <=37.5 ND PASS
Strontium <=4500 ND PASS
Tin <=15000 ND PASS
Zinc <=3750 ND PASS

# Chromium Ht and Chromium VI reported as Soluble Total Chromium, further confirmation test will be required when Total Chromium is detected.

*Soluble Organic Tin was reported as Soluble Tin, further confirmation test will be required when Soluble Tin is detected.

Insight Laboratories (S5) Pte Ltd
29 Tai Seng Ave, #06-06, NCL Hub, Singapore 534119

P:+65 6283 9929

F: +65 6283 7440
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Project Number:

H-2015-08-12-08

Test Report

AT-1391

ANag

Date Issued: August-26-2015

BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - Migration of Certain Elements - Category 1

Test Method:

BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - Migration of Certain Elements - Category 1

Component ID Element Limit (mg/kg) Result (mg/kg) Conclusion
AAS8733 Aluminium <=5625 ND PASS
Antimony <=45 ND PASS
Arsenic <=3.8 ND PASS
Barium <=1500 ND PASS
Boron <=1200 ND PASS
Cadmium <=1.3 ND PASS
Chromium Cr Il (#) <=37.5 ND PASS
Chromium Cr VI (#) <=0.02 ND PASE
Cobalt <=10.5 ND PASS
Copper <=6225 ND PASS
Lead <=13.5 ND PASS
Manganese <=1200 ND PASS
Mercury <=75 ND PASS
Nickel <=75 ND PASY
Organic Tin (*) <=0.9 ND PASS
Selenium <=37.5 ND PASS
Strontium <=4500 ND PASS
Tin <=15000 ND PASS
Zinc <=3750 ND PASS

# Chromium 11l and Chromium Vi reported as Soluble Total Chromium, further confirmation test will be required when Total Chromium is detected.

*Soluble Organic Tin was reported as Soluble Tin, further confirmation test will be required when Soluble Tin is detected.

Insight Laboratories (S) Pte Ltd
29 Tai Seng Ave, #06-06, NCL Hub, Singapore 534119

P: +65 6283 9929

F:+65 6283 7440
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Test Report o=
AT-1391
Project Number: H-2015-08-12-08 Date Issued: August-26-2015
BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - Migration of Certain Eiements - Category 1
Test Method:
BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - Migration of Certain Elements - Category 1
Component iD Element Limit (mg/kg) Result (mg/kg) Conclusion
AABBT34 Aluminium <=5625 ND PASS
Antimony <=45 ND PASS
Arsenic <=3.8 ND PASS
Barium <=1500 ND PASS
Boron <=1200 ND PASS
Cadmium <=13 ND PASS
Chromium Cr It (#) <=375 ND PASS
Chromium Cr Vi (#) <=0.02 ND PASS
Cobalt <=105 ND PASS
Copper <=622.5 ND PASS
Lead <=13.5 ND PASS
Manganese <=1200 ND PASS
Mercury <=7.5 ND PASS
Nickel <=75 ND PASS
Organic Tin (*) <=0.9 ND PASS
Selenium «=375 ND PASS
Strontium <=4500 ND PASS
Tin <=15000 ND PASS
Zinc <=3750 ND PASS

# Chromium i and Chromium VI reported as Soluble Total Chromium, further confirmation test will be required when Total Chromium is detected.
*Soluble Organic Tin was reported as Soluble Tin, further confirmation test will be required when Soluble Tin is detected.
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Project Number:

H-2015-08-12-08

Test Report

HatwrA

AT-1391

ANAg

Date Issued: August-26-2015

BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - Migration of Certain Elements - Category 1

Test Method:

BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - Migration of Certain Elements - Category 1

Component ID Element Limit (mg/kg) Result (mglkg) Conclusion
AABS735 Aluminium <=5625 ND PASS
Antimony <=45 ND PASS
Arsenic <=38 ND PASS
Barium <=1500 ND PASS
Boron <=1200 ND PASS
Cadmium <=13 ND PASS
Chromium Cr It (#) <=375 ND PASS
Chromium Cr VI (#) <=0.02 ND PASS
Cobalt <=10.5 ND PASS
Copper <=622.5 ND PASS
Lead <=13.5 ND PASS
Manganese <=1200 ND PASS
Mercury <=7.5 ND PASS
Nickel <=75 ND PASS
QOrganic Tin (*) <=0.9 ND PASS
Selenium «=375 ND PASS
Strontium <=4500 ND PASS
Tin <=15000 ND PASS
Zinc <=3750 ND PASS

insight Laboratories (S) Pte Ltd

29 Tai Seng Ave, #06-06, NCL Hub, Singapore 534119

P: +65 6283 9929 F: +65 6283 7440

*Soluble Organic Tin was reported as Soluble Tin, further confirmation test will be required when Soluble Tin is detected.

# Chromium I and Chromium VI reported as Soluble Total Chromium, further confirmation test wilt be required when Total Chromium is detected.
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TR
Project Number: H-2015-08-12-08 Date lssued: August-26-2015
BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - Migration of Certain Elements - Category 1

Test Method:
BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - Miiration of Certain Elements - Category 1

Component iD Element Limit (mg/kg) Resuit (mg/kg) Conclusion
AAB8753 Aluminium <=5625 ND PAS
Antimony <=45 ND PASS
Arsenic <=3.8 ND PASS
Barium <=1500 ND PASS
Boron <=1200 ND PASS
Cadmium <=1.3 ND PASS
Chromium Cr I (#) <=37.5 ND PASS
Chromium Cr VI (#) <=0.02 ND PASS
Cobatt <=10.5 ND PASS
Copper <=622.5 ND PASS
Lead <=13.5 ND PASS
Manganese <=1200 ND PASS
Mercury <=7.5 ND PASS
Nickel <=75 ND PASS
Organic Tin (*) <=0.9 ND PASS
Selenium <=37.5 ND PASS
Strontium <=4500 ND PAGS
Tin <=15000 ND PASS
Zinc <=3750 ND PASS

# Chromium It and Chromium V! reported as Soluble Total Chromium, further confirmation test will be required when Total Chromium is detected.

*Soluble Organic Tin was reported as Soluble Tin, further confirmation test will be required when Soluble Tin is detected.

Note / Key:

ND = Not Detected = less than Limit of Detection
mg/kg = mifligram(s) per kilogramm  ppm = part(s) per million

Limit of Detection (mg/kg): Chromium Cr VI: 0.2; Organic Tin: 1.2; Others: 1

Insight Laboratories (S) Pte Ltd
29 Tai Seng Ave, #06-06, NCL Hub, Singapore 534119

P: +65 6283 9929

F+ +65 6283 7440
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H-2015-08-12-08

Test Report
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AT-1391

Date Issued: August-26-2015

BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - Migration of Certain Elements - Category 3

Test Method:

BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - Miygration of Certain Elements - Cateyory 3

Component D Element Limit (mg/kg) Resuit (mg/kg) Conclusion
AA88720 Aluminium <=70000 ND PASS
Antimony <=560 ND PASS
Arsenic <=47 ND PASS
Barium <=18750 ND PASS
Boron <=15000 ND PASS
Cadmium <=17 ND PASS
Chromium Cr lil (#) <=460 ND PASS
Chromium Cr VI (#) <=0.2 ND PASS
Cobalt <=130 ND PASS
Copper <=7700 ND PASS
Lead <=160 ND PASS
Manganese <=15000 ND PASS
Mercury <=84 ND PASS
Nickel <=930 ND PASS
Organic Tin (*) <=12 ND PASS
Selenium <=480 ND PASS
Strontium <=56000 ND PASS
Tin <=180000 ND PASS
Zinc <=46000 ND PASE

# Chromium it and Chromium VI reported as Soluble Total Chromium, further confirmation test will be required when Total Chromium is detected.

*Soluble Organic Tin was reported as Soluble Tin, further confirmation test will be required when Soluble Tin is detected.

Insight Laboratories (S) Pte Lid
29 Tai Seng Ave, #06-06, NCL Hub, Singapore 534119

P: +65 6283 9929

F: +65 6283 7440
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AT-1391
Project Number: H-2015-08-12-08 Date Issued: August-26-2015
BS EN71-3:2013+A1:2014 Safely of Toys Part 3 - Migration of Certain Elements - Category 3
Test Method:
BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - Miyration of Certain Elements - Cateyory 3
Component ID Element Limit (mg/kg) Result (mg/kg) Conclusion
AABB721 Aluminium <=70000 ND PASS
Antimony <=560 ND PASS
Arsenic <=47 ND PASS
Barium <=18750 54.81 PASS
Boron <=15000 ND PASS
Cadmium <=17 ND PASS
Chromium Cr 1l (#) <=460 ND P ag
Chromium Cr VI (#) <=0.2 ND PASS
Cobalt <=130 ND PASS
Copper <=7700 ND PASS
Lead <=160 ND PASS
Manganese <=15000 ND PASS
Mercury <=94 ND PASS
Nickel <=930 ND PASS
Organic Tin (*) <=12 ND PASS
Selenium <=460 ND PASS
Strontium <=56000 ND PASS
Tin <=180000 ND PASS
Zinc <=46000 ND PASS

# Chromium Il and Chromium VI reported as Soluble Total Chromium, further confirmation test will be required when Total Chromium is detected.
*Soluble Organic Tin was reported as Soluble Tin, further confirmation test will be required when Soluble Tin is detected.
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Test Report L
AT-1391
Project Number: H-2015-08-12-08 Date issued: August-26-2015

BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - Migration of Certain Elements - Category 3

Test Method:
BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - Miyration of Certain Elements - Category 3
Component ID Element Limit (mg/kg) Result (mg/kg) Conclusion
AA88722 Aluminium <=70000 ND PASS
Antimony <=560 ND PASS
Arsenic <=47 ND PASS
Barium <=18750 ND PASS
Boron <=15000 ND PASS
Cadmium <=17 ND PASS
Chromium Cr Il (#) <=4860 ND PASS
Chromium Cr VI (#) <=0.2 ND PASS
Cobailt <=130 ND PASSE
Copper <=7700 ND PASS
Lead <=160 ND PASS
Manganese <=15000 ND PASS
Mercury <=94 ND PASS
Nickel <=030 ND PASS
Organic Tin (*) <=12 ND PASS
Selenium <=480 ND PASS
Strontium <=56000 ND PASS
Tin <=180000 ND PASS
Zinc <=46000 ND PASS

# Chromium lll and Chromium Vi reported as Soluble Total Chromium, further confirmation test will be required when Total Chromium is detected.
*Soluble Organic Tin was reported as Soluble Tin, further confirmation test will be required when Soluble Tin is detected.
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Project Number:

H-2015-08-12-08

Test Report

Date Issued: August-26-2015

jlacReA 2

AT-1391

BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - Migration of Certain Elements - Category 3

Test Method:

BS EN71-3:2013+A1:2014 Safety of Tovs Part 3 - Mi-jration of Certain Elements - Cateyory 3

Component ID Element Limit (mg/kg) Resuit (mg/kg) Conclusion
AAB8730 Aluminium <=70000 ND PASS
Antimony <=560 ND PASS
Arsenic <=47 ND PASS
Barium <=18750 ND PASS
Boron <=15000 ND PASS
Cadmium <=17 ND PASS
Chromium Cr lil (#) <=460 ND PASS
Chromium Cr VI (#) <=Q.2 ND PASS
Cobalt <=130 ND PASS
Copper <=7700 ND PASS
Lead <=160 ND PASS
Manganese <=15000 ND PASS
Mercury <=94 ND PASS
Nickel <=930 ND PASS
Organic Tin (*) <=12 ND PASS
Selenium <=460 ND PASS
Strontium <=56000 ND PASS
Tin <=180000 ND PASS
Zinc <=46000 ND PASS

# Chromium Iil and Chromium VI reported as Soluble Totat Chromium, further confirmation test will be required when Total Chromium is detected.

*Soluble Organic Tin was reported as Soluble Tin, further confirmation test will be required when Soluble Tin is detected.

Insight Laboratories (S) Pte Ltd
29 Tai Seng Ave, #06-06, NCL Hub, Singapore 534119

P: +65 6283 9929

F: +65 6283 7440
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Project Number:

H-2015-08-12-08

Test Report

Date issued: August-26-2015

Hat-urA

Ap'AB

AT-1391

BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - Migration of Certain Eiements - Category 3

Test Method:

BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - Miyration of Certain Elements - Category 3

Component ID Element Limit (mg/kg) Result (mg/kg) Conclusion
AAB8736 Aluminium <=70000 ND PASS
Antimony <=560 ND PASS
Arsenic <=47 ND PASS
Barium <=18750 212.26 PASS
Boron <=15000 ND PASS
Cadmium <=17 ND PASS
Chromium Cr Il (#) <=460 ND PASS
Chromium Cr VI (#) <=0.2 ND PASS
Cobalt <=130 ND PASS
Copper <=7700 ND PASS
Lead <=160 ND PASS
Manganese <=15000 ND PASS
Mercury <=04 ND PASS
Nickel <=030 ND PASS
Organic Tin (*) <=12 ND PASS
Selenium <=460 ND PASS
Strontium <=56000 ND PASS
Tin <=180000 ND PASS
Zinc <=46000 ND PASS

# Chromium I and Chromium VI reported as Soluble Total Chromium, further confirmation test will be required when Total Chromium is detected.

*Soluble Organic Tin was reported as Soluble Tin, further confirmation test will be required when Soluble Tin is detected.

Insight Laboratories {S) Pte Ltd
29 Tai Seng Ave, #06-06, NCL Hub, Singapore 534119

P: +65 6283 9929
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Project Number:

H-2015-08-12-08

Test Report

Date Issued:

nlen

AT-13H

August-26-2015

BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - Migration of Certain Elements - Category 3

Test Method:

BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - Miyration of Certain Elements - Cateyory 3

Component iD Element Limit (mg/kg) Result (mg/kg) Conclusion
AABB737 Aluminium <=70000 ND PASS
Antimony <=560 ND PASS
Arsenic <=47 ND PASS
Barium <=18750 218.52 PASS
Boron <=15000 ND PASS
Cadmium <=17 ND PASS
Chromium Cr Il (#) <=460 ND PASS
Chromium Cr VI (#) <=0.2 ND PASS
Cobalt <=130 ND PASS
Copper <=7700 ND PASS
Lead <=160 ND PASS
Manganese <=15000 ND PASS
Mercury <=94 ND PASS
Nickel <=030 ND PASS
Organic Tin (*) <=12 ND PASS
Selenium <=460 ND PASS
Strontium <=56000 ND PASS
Tin <=180000 ND PASS
Zinc <=46000 ND PASS

# Chromium l and Chromium VI reported as Soluble Total Chromium, further confirmation test will be required when Total Chromium is detected.

*Soluble Organic Tin was reported as Soluble Tin, further confirmation test will be required when Soluble Tin is detected.

insight Laboratories (S) Pte Ltd
29 Tai Seng Ave, #06-06, NCL Hub, Singapore 534119

P: +65 6283 9929

F: +65 6283 7440
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H-2015-08-12-08

Test Report

Date Issued:

Hahims <.

AR

AT-1391

BS EN71-3:2013+A1:2014 Safely of Toys Part 3 - Migration of Certain Elements - Category 3

Test Method:

BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - Migration of Certain Elements - Category 3

August-26-2015

Component D Element Limit (mg/kg) Result (mg/kg) Conciusion
AAB8738 Aluminium <=70000 ND PASS
Antimony <=560 ND PASS
Arsenic <=47 ND PASS
Barium <=18750 1354 PASS
Boron <=15000 ND PASS
Cadmium <=17 ND PASS
Chromium Cr I} (#) <=460 ND PASS
Chromium Cr VI (#) <=0.2 ND PASS
Cobalt <=130 ND PASS
Copper <=7700 ND PASS
Lead <«=160 ND FASS
Manganese <=15000 ND PASS
Mercury <=94 ND PFASS
Nickel <=930 ND FABSS
Organic Tin (*) <=12 ND PASS
Selenium <=460 ND PASS
Strontium <=56000 ND PASS
Tin <=180000 ND PASS
Zinc <=46000 ND PASS

# Chromium 11l and Chromium VI reported as Soluble Total Chromium, further confirmation test will be required when Total Chromium is detected.

*Soluble Organic Tin was reported as Soluble Tin, further confirmation test will be required when Soluble Tin is detected.

Insight Laboratories (S) Pte Ltd
29 Tai Seng Ave, #06-06, NCL Hub, Singapore 534119

P: +65 6283 9929

F: +65 6283 7440
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AT-1391

Date Issued: August-26-2015

BS EN71-2:2013+A1:2014 Safety of Toys Part 3 - Migration of Certain Elements - Category 3

Test Method:

BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - Migration of Certain Elements - Category 3

Component 1D Element Limit (mg/kg) Result (mg/kg) Conclusion
AAB8739 Aluminium <=70000 ND PASS
Antimony <=560 ND PASS
Arsenic <=47 ND PASS
Barium <=18750 259.71 PA
Boron <=15000 ND PASS
Cadmium <=17 ND PASS
Chromium Cr Il (#) <=460 ND PASS
Chromium Cr VI (#) <=0.2 ND PASS
Cobalt <=130 ND PASS
Copper <=7700 ND PASS
Lead <=160 ND PASS
Manganese <=15000 ND PLES
Mercury <=94 ND PASS
Nicket <=930 ND PASS
Organic Tin (*) <=12 ND PASS
Selenium <=460 ND PASS
Strontium <=56000 ND PASS
Tin <=180000 ND PASS
Zinc <=46000 ND PASS

# Chromium !l and Chromium VI reported as Soluble Total Chromium,
*Soluble Organic Tin was reported as Soluble Tin, further confirmation test will be required when Soluble Tin is detected.

further confirmation test will be required when Total Chromium is detected.

Insight Laboratories (S} Pte Ltd
29 Tai Seng Ave, #06-06, NCL Hub, Singapore 534119

P: +65 6283 9929
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Project Number: H-2015-08-12-08

Date issued: August-26-2015

BS EN71-3:2013+A1:2014 Safety of Toeys Part 3 - Migration of Certain Elements - Categery 3

Test Method:
BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - Migration of Certain Elements - Category 3
Component ID Element Limit (mg/kg) Result (mg/kg) Conclusion
AABB740 Aluminium <=70000 ND PASS
Antimony <=560 ND PASS
Arsenic <=47 ND PASS
Barium <=18750 241.83 PASS
Boron <=15000 ND PASS
Cadmium <=17 ND PAGS
Chromium Cr ill (#) <=460 ND PASS
Chromium Cr VI (#) <=0.2 ND PASS
Cobalt <=130 ND PASS
Copper <=7700 ND PASS
Lead <=160 ND PASS
Manganese <=15000 ND PASS
Mercury <=04 ND PASS
Nickel <=930 ND PASS
Organic Tin (%) <=12 ND PASS
Selenium <=460 ND PASS
Strontium <=56000 ND PASS
Tin <=180000 ND PASS
Zinc <=46000 ND 2ASS

# Chromium Il and Chromium VI reported as Soluble Total Chromium, further confirmation test will be required when Total Chromium is detected.

*Soluble Organic Tin was reported as Soluble Tin, further confirmation test will be required when Soluble Tin is detected.

Insight Laboratories {S) Pte Ltd
29 Tai Seng Ave, #06-06, NCL Hub, Singapore 534119

P: +65 6283 9929

F:+65 6283 7440
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s Test Report =
AT-1391
Project Number: H-2015-08-12-08 Date Issued: August-26-2015
BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - Migration of Certain Elements - Category 3
Test Method:
BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - Migration of Certain Elements - Category 3
Component ID Element Limit (mg/kg) Result (mg/kg) Conclusion
AA88741 Aluminium <=70000 ND PASS
Antimony <=560 ND PASS
Arsenic «=47 ND PASS
Barium <=18750 419.56 PASS
Boron <=15000 ND PASS
Cadmium <=17 ND PASS
Chromium Cr lll (#) <=460 ND PASS
Chromium Cr VI (#) <=0.2 ND PASS
Cobalt <=130 ND PASS
Copper <=7700 ND PASS
Lead <=160 ND PASS
Manganese <=15000 ND PASS
Mercury <=04 ND PASS
Nickel <=930 ND PASS
Organic Tin (*) <=12 ND PASS
Selenium <=460 ND PASS
Strontium <=56000 ND PASS
Tin <=180000 ND PASS
Zinc <=46000 ND »438

# Chromium 1l and Chromium VI reported as Soluble Total Chromium, further confirmation test will be required when Total Chromium is detected.
*Soluble Organic Tin was reported as Soluble Tin, further confirmation test will be required when Soluble Tin is detected.
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Test Report

Project Number: H-2015-08-12-08 Date [ssued: August-26-2015
BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - Migration of Certain Elements - Category 3

Test Method:
BS EN71-3:2013+A1:2014 Safety of Toys Part 3 - Migration of Certain Elements - Category 3

Component ID Element Limit (mg/kg) Result (mg/kg) Conclusion
AABB749 Aluminium <=70000 ND PASS
Antimony <=560 ND PASS
Arsenic <=47 ND PASS
Barium <=18750 ND PASE
Boron <=15000 ND PASS
Cadmium <=17 ND PASS
Chromium Cr [l (#) <=460 ND PASS
Chromium Cr VI (#) <=0.2 ND PASS
Cobalt <=130 ND PASS
Copper <=7700 ND PASS
Lead <=160 ND PASS
Manganese <=15000 ND PASS
Mercury <=04 ND PASS
Nickel <=030 ND PASS
Organic Tin (*) <=12 ND PASS
Selenium <=460 ND PASS
Strontium <=56000 ND PASS
Tin <=180000 ND PASS
Zinc <=46000 ND PASS

# Chromium lIt and Chromium VI reported as Soluble Total Chromium, further confirmation test will be required when Total Chromium is detected.
*Soluble Organic Tin was reported as Sotuble Tin, further confirmation test will be required when Soluble Tin is detected.
Note / Key:
ND = Not Detected = less than Limit of Detection
mg/kg = milligram(s) per kilogram ppm = part(s) per million
Limit of Detection (mg/kg). Chromium Cr Vi: 0.2; Organic Tin: 1.2; Others: 1
insight Laboratories (S) Pte Ltd Page 55 of 56
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UARE

Project Number: H-2015-08-12-08 Date Issued: August-26-2015
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TTL LABORATORIES )
E Irempanaus Tambing don ¥aur Broduens Chain of Custody Record

Thursday, August 13, 2015

émerazy Aaron’s Puttorld ' Contact Name: Ms. Amanda Cunningham

Client Address: 201 Sabine Avenue, Suite 100 Phone: 866.578.2845
City, State: Narberth, PA Fax:
Zip/Postal Code: 19072 Email: Amanda@puttyworld.com

Additional Emails;

. ProductName Mixed By Mhlnking Pty Kit
SKU/ltem Manufacture Date:
Age Grade; Tracking Info:

‘Philip Katf B ' Office: 401-737-8500 ex136

Representative:
Street Address: 41 lllinois Avenue Mobile: 401-243-7597
City, State: Warwick, R Fax; 401-732-8034
Zip/Postal Code: 02888 Email: pkalf@ttl-labs.com

Bill To: Crazy Aaro's Puworld .

Billing Contact: Ms. Amanda Cunningham Phone: 866.578.2845
Billing Address: 201 Sabine Avenue, Suite 100 Faux:
City, State: Narberth, PA Email: Amanda@puttyworld.com
Zip/Postal Code: 19072 PO

Turn-liunrdz aard . 7-10 Busness Ds

Quote Valid Unti: 10/12/2015

Comments:

Important Sample Handling Information

" All samples are disposed of 45 days after the final report is issued unless TTL Laboratories is contacted
to make alternate arrangements,
- Please refar to the "Analytical Services Quotation” for specific testing details.

f'}
By Signing the "Relinquisl#d!By’__
trhe Analytical Services Quotation below.

begin the analysis outli
j RN Ry T
Relinguished By i \Y:'};'W_-L\‘ ey r \\,\)A‘\! ( Date: ‘~< RIS e i,-. Ty J_ -

i
! i

Section of the Chain of Custody Record, | hereby authorize TTL Laboratories to

Received By ) \j& ~ 3\ Date: G (1 - IS Time: 1 (. 0y

LabUseOnly-WO#| |50 <-113(§
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